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I. Introduction
In this review, high-resolution X-ray emission and

X-ray absorption spectroscopy will be discussed. The
focus is on the 3d transition-metal systems. To
understand high-resolution X-ray emission and reso-
nant X-ray emission, it is first necessary to spend
some time discussing the X-ray absorption process.
Section II discusses 1s X-ray absorption, i.e., the K
edges, and section III deals with 2p X-ray absorption,
the L edges. X-ray emission is discussed in, respec-
tively, section IV on 1s2p and 2s3p X-ray emission
and section V on 2p3s and 2p3d X-ray emission.
Section VI focuses on magnetic dichroism effects, and
in section VII selective X-ray absorption experiments
are discussed.

To limit the scope of this review paper, many
related topics (for example, EELS, XPS, and resonant
photoemission, phonon-oriented inelastic X-ray scat-
tering, and X-ray microscopy) will not be discussed.
In addition, many aspects of X-ray absorption, such
as reflection experiments, diffraction absorption fine
structure, and related experiments, will remain
untouched. EXAFS will be discussed very briefly, and
its X-ray emission analogue EXEFS69,71 will not be
discussed.

A. X-ray Absorption
X-ray absorption is a synchrotron-based charac-

terization technique that can be divided into near-
edge spectroscopy (XANES) and extended X-ray
absorption fine structure (EXAFS). In recent years
a number of books, book chapters, and review papers
have been published on X-ray absorption analysis.
NEXAFS spectroscopy by Stöhr deals in detail with
the analysis of soft X-ray 1s XANES spectra.101 A
recent review on soft X-ray XANES has been written
by Chen.24 Hard X-ray XANES and EXAFS has been
discussed in the book by Koningsberger and Prins.72

Rehr and Albers recently wrote a review on the
theory of hard X-ray XANES and EXAFS.92 In the
Encyclopaedia of Analytical Chemistry, a recent
chapter on X-ray absorption has been written by
Kawai.70
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In the X-ray absorption process, a core electron is
excited to an empty state and, as such, X-ray absorp-
tion probes the unoccupied part of the electronic
structure of the system.52 In the EXAFS region, the
excited electron has significant kinetic energy and
EXAFS analysis yields for many systems an accurate
determination of the local geometry. The XANES
structure can also be simulated with the multiple
scattering formalism. Alternatively, one can use
electronic structure models such as density-functional
theory to calculate the unoccupied density of states
(DOS).101 An important aspect of the usefulness of
X-ray absorption is that one obtains element-specific
information. This also implies that if two or more
types of atoms of a particular element are present,
the X-ray absorption spectral shape is a linear
combination of all individual sites. This aspect limits
the usefulness of XANES and EXAFS in systems
with atoms in a variety of sites. This problem can be
partly solved with the use of selective XAFS as will
be discussed in section VII.

The X-ray absorption spectral shape is described
with the Fermi Golden rule

The intensity IXAS is proportional to a dipole matrix
element (ê‚r) coupling the initial state (Φi) and the
final state (Φf). The delta function (δ) takes care of
the conservation of energy. In the final state, a core
electron has been excited. It can be described as the
initial state with a continuum electron (ε) added and
a core electron removed, i.e., Φf ) cε Φi.

An important approximation is to assume that the
matrix element can be rewritten into a single-electron

matrix element by removing all electrons that are
inactive in the transition itself; in other words, the
initial state minus the core hole is removed from eq
1b. All electron rearrangements that take place when
a core hole is excited to a continuum electron are
neglected, the series of delta functions identifies with
the density of states (F), and the X-ray absorption
spectral shape becomes82

The dipole matrix element dictates that the density
of states has an orbital moment that differs by 1 from
the core state (∆L ) (1), while the spin is conserved
(∆S ) 0). In the case of X-rays, the quadrupole
transitions are some hundred times weaker then the
dipole transitions and can be neglected in most cases.
They will be discussed for the preedge region in
section II.B. Because in the final state a core hole is
present, the density of states should be calculated
with a core hole present. In many cases, this ap-
proximation gives an adequate simulation of the XAS
spectral shape.

II. 1s Edge X-ray Absorption
1s X-ray absorption spectra can be accurately

described with single-particle methods within density
functional theory. This is in many case true both for
metal and ligand K-edge and band structure methods
or multiple scattering calculations can be used.
Following the final state rule,117 one calculates the
distribution of empty states in the final state of the
absorption process. Because band structure calcula-
tions are carried out in reciprocal space, it is involved
to calculate the final state density of states. It would
imply the use of (large) supercells to include the core
hole. Therefore, the ground-state density of states is
often compared directly with the X-ray absorption
spectrum. Various methods exist to calculate the
single-particle density of states, for example, LMTO,
LSW, LAPW, and KKR.126

A formally closely related though conceptually
different method is the calculation of the X-ray
absorption cross section by a real-space multiple
scattering calculation. Multiple scattering is particu-
larly appropriate for the calculation of the empty
states that can be easily calculated for arbitrary large
energies. Multiple scattering calculations are usually
performed with the Green function approach, with
the X-ray absorption cross section written as a
correlation function. The Green function describes the
propagation of the electron in the solid, which is
scattered by the atoms surrounding the absorbing
atom. Detailed accounts of the multiple scattering are
given in refs 78, 84, 93, and 118.

Because multiple scattering is performed as a real-
space cluster calculation, the calculations can rela-
tively easily be carried out for any system, ordered
crystals but also for surfaces, interfaces, enzymes, etc.
In addition, the core hole potential on the absorbing
atom can be added directly in multiple scattering.
Another advantage of multiple scattering is that it
can be performed in steps of growing cluster sizes,
and it is an appealing picture to observe the changes
in the theoretical spectra from the effects of increas-
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IXAS ∼ |〈Φf|ê‚r|Φi〉|2 δEf-Ei-pω (1a)

IXAS ∼ |〈Φicε|ê‚r|Φi〉|2 δEf-Ei-pω (1b)

IXAS ∼ |〈ε|ê‚r|c〉|2‚F (1c)
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ing the number of backscatterers or from varying the
included scattering paths around the absorbing atom.
It has been shown that the multiple scattering
formalism and the band structure formalism indeed
give equivalent results if worked out rigorously in
their mathematical basis. For comparison to experi-
ment, both band structure calculations and multiple
scattering results will be treated on the same footing
using the density of states picture for guidance.

A. Metal 1s X-ray Absorption Spectra
The 1s edges of the 3d transition metals have

energies ranging from about 4 to 9 keV. They are
often used for EXAFS analysis, and also their XANES
spectra are often used in many applied research
investigations. An overview of 1s XANES spectra of
3d transition-metal systems is given in ref 29. Metal
1s XANES spectra are traditionally interpreted with
multiple scattering methods. Self-consistent full po-
tential multiple scattering calculations have recently
been carried out for TiO2 by Cabaret and co-work-
ers.20 They show that with polarization-dependent
calculations the complete spectral shape of TiO2 is
nicely reproduced. In particular, the preedge region
is also described correctly. It can be concluded that
the 1s edges of 3d transition metals do correspond
to the metal p-projected density of states.

In most applications, the systems studied are not
well-known. The metal 1s edges do show fine struc-
ture and edge shifts that can be used without the
explicit calculation of the density of states. Figures
1 and 2 show a number of Fe 1s XANES spectra from

Westre and co-workers.124 The FeII and FeIII halide
spectra given at the top do show significant variations
within a certain valence. Analysis of unknown iron
complexes can be carried out by comparison to
spectra of known systems. The FeIII edges are shifted
to higher energy with respect to the FeII edges. The
shift to higher energies with higher valence is a gen-
eral phenomenon that can be used to determine the
valence of 3d transition metals in unknown systems.

1. Metal 1s Edge Shifts
A nice example of the use of the metal 1s edge

shifts was recently given by Bae and co-workers.4
They did experiments on iron porphyrins adsorbed
on carbon in acid electrolytes and follow the iron K
edge as a function of the potential. Figure 3 shows
the iron K-edge spectra and Figure 4 plots the shifts
in the edge energy. The intact iron porphyrin shows
an edge jump of 2.0 eV, indicating a sudden valence
change.4

B. The Preedge Region
The preedge region of the transition-metal 1s edges

has led to a number of debates regarding the quad-
rupole and/or dipole nature and possible excitonic
effects. The preedge region is related to transitions
to the 3d bands. Both direct 1s3d quadrupole transi-
tions and dipole transitions to 4p character hybrid-
ized with the 3d band are possible. For the quadru-
pole transitions, the matrix elements are only about
1% of the dipole transition, but on the other hand,

Figure 1. Fe K-edge XAS spectra of octahedral high-spin
FeII complexes. At the top are given (A) FeF2 (s), FeCl2
(- - -), FeBr2 (‚‚ ‚), and FeI2 (- ‚ -) and (B) rinneite (s), [Fe-
(H2O)6][SiF6] (- - -), [Fe(H2O)6](NH4)2(SO4)2 (‚‚ ‚), and [Fe-
(imidazole)6]Cl2 (- ‚ -). The insets show expanded views of
the 1s3d preedge region. (Reprinted with permission from
ref 124. Copyright 1997 American Chemical Society.)

Figure 2. Fe K-edge XAS spectra of octahedral high-spin
FeIII complexes. Fe K-edge spectra of (A) FeF3 (s), FeCl3
(- - -), FeBr3 (‚‚ ‚), and [FeCl6][Co(NH3)6] (- ‚ -) and (B) Fe-
(acac)3 (s), (NH4)3Fe(malonate)3 (- - -), [Fe(H2O)6](NH4)-
(SO4)2‚6H2O (‚‚ ‚), and Fe(urea)6(ClO4)3 (- ‚ -). The insets
show expanded views of the 1s3d preedge region. (Re-
printed with permission from ref 124. Copyright 1997
American Chemical Society.)
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the amount of 3d character is by far larger than the
p character. This can make, depending on the par-
ticular system, the contributions of quadrupole and
dipole transitions equivalent in intensity. A direct
manner to check the nature of the transitions is to
measure the polarization dependence, which is dif-
ferent for quadrupole and dipole transitions. The
multiple scattering results of TiO2 reproduce the
three prepeaks that are caused by two effects: (1)
the crystal-field splitting between the t2g and eg
orbitals and (2) the core hole effect on the quadrupole
peaks.10,13,14,21

The preedge region of iron compounds has system-
atically been investigated by Westre and co-work-

ers.124 Some spectra are given in Figures 1 and 2. The
preedges are analyzed in terms of quadrupole transi-
tions, and analysis showed that the spectra should
be interpreted in terms of multiplet theory, including
the crystal field and the atomic interactions in LS
coupling. This is an approximation to the multiplet
calculations as carried out in ligand-field multiplet
theory, as will be explained in section III. Figure 5
shows the effect if, in addition to the crystal field and
LS coupling, the 3d spin-orbit coupling is included
also. The FeIII spectra are calculated from the quad-
rupole transitions of 3d5 to 1s13d6. The FeII spectra
use 3d6 as the ground state. It can be concluded that
the calculations of Westre contain the essence of the
spectral shapes and that the effects of 3d spin-orbit
coupling are small in the preedge region. In addition,
it can be shown that charge transfer (explained in
section III.C.) hardly affects the spectral shape. In
contrast, the effects of the spin-orbit coupling and
charge transfer are very large for the 2p edges, as
will be discussed below. That the preedge region in
Fe2O3 is almost completely of quadrupole nature can
be shown from 1s2p resonant X-ray emission experi-
ments that will be discussed in section IV.D

The intensity of the preedge region is much larger
for compounds in which the metal site has tetrahe-
dral symmetry than for (distorted) octahedral sys-
tems. In tetrahedral systems, the local mixing of p
and d nature is symmetry allowed, while for a system
with inversion symmetry such as octahedral sym-
metry, it is ‘forbidden’. This rule is relaxed in the
solid, and if the density of states is calculated, one
finds a small admixture of p states into the 3d band
also for cubic systems such as SrTiO3.62 This admix-
ture is less than for tetrahedral systems, which ex-
plains the small preedge. If an octahedral metal site
is distorted then, depending on the particular distor-
tion, more p character will be mixed into the 3d band.
The result is that a distortion of the octahedron will
show up as an increased intensity of the ‘preedge’
peak(s). That this is indeed the case has been shown
by Waychunas and co-workers for a series of miner-
als.122 They show a roughly linear relationship be-
tween the bond angle variance (a measure of the
distortion) and the preedge intensity relative to the
step. In a recent paper of Arrio and co-workers,3 the
preedges are calculated with multiplet theory in low
symmetry, allowing for the explicit inclusion of the
coupling of the dipole and quadrupole transitions. A
number of iron mineral preedge spectra are divided
into their dipole and quadrupole nature.

C. Ligand 1s X-ray Absorption
Oxygen, carbon, and nitrogen 1s X-ray absorption

spectra have excitation energies between 300 and 700
eV, which is in the soft X-ray range. The interpreta-
tion of 1s spectra in the soft X-ray range has been
dominated by band structure approaches because the
details of the potential are crucial and until recently
multiple scattering calculations did not reach good
agreement. Figure 6a shows the density of states of
rutile TiO2.35 The total density of states has been
separated into its oxygen and titanium contributions.
The zero of energy is the top of the oxygen 2p valence
band, which can be seen to have a significant
titanium contribution. The two sharp peaks between

Figure 3. Series of in situ Fe K-edge XANES for intact
iron porphyrin at different potentials (A) and heat-treated
FeTMPPCl/BP (B). (Reprinted with permission from ref 4.
Copyright 1998 American Chemical Society.)

Figure 4. Plots of the edge energy versus the potential
extracted from data of the type shown in Figure 3.
(Reprinted with permission from ref 4. Copyright 1998
American Chemical Society.)
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3 and 8 eV are the titanium 3d peaks. They relate
to, respectively, the t2g and eg orbitals that are split
by the cubic crystal field. Both have a significant
oxygen contribution, indicating the covalent nature
of TiO2. The structures at 10 eV and higher are the
titanium 4s and 4p bands plus all higher lying
continuum states. These delocalized states have a
similar density of states for oxygen and titanium.
Figure 6b compares the oxygen p-projected density

of states with the 1s X-ray absorption spectra of rutile
TiO2. The spectral shape is reproduced, and if the
broadening is further optimized, a close to perfect fit
of the experiment can be obtained. It can be con-
cluded that in TiO2 the density of states as obtained
from a ground-state calculation gives an accurate
description of the oxygen 1s X-ray absorption spectral
shape. This implies that the core hole potential does
not have a large influence on the spectral shape.

Figure 5. Atomic and ligand-field multiplet calculations for the quadrupole transitions 3d5 f 1s13d6 for FeIII (bottom)
and 3d6 f 1s13d7 for FeII (top). The left spectra are the atomic multiplets; the right spectra have an additional cubic
crystal field of 1.0 eV.

Figure 6. Right: comparison of the oxygen K-edge X-ray absorption spectra (‚‚ ‚) with the oxygen p-projected density of
states (s) for rutile TiO2; left: unbroadened density of states of rutile TiO2. (Reprinted with permission from ref 35. Copyright
1993 American Physical Society.)
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Figure 7 shows the oxygen p-projected density of
states of, from top to bottom, TiO2, VO2, CrO2, and
MnO2. The calculations have been carried out with
the LMTO code without core hole and with the oxides
in their magnetic ground-state configuration.28 The
TiO2 density of states is the same as given in Figure
6 with some additional broadening. In the series from
TiO2 to MnO2, each time one electron is added to the
3d band that is empty for TiO2. Each added 3d
electron fills a t2g-up state. VO2 has a t2g

1 configura-
tion, CrO2 a t2g

2 configuration, and MnO2 a t2g
3

configuration. The interatomic couplings of these t2g
electrons gives rise to a phase transition for VO2, a
half-metallic ferromagnetic system for CrO2, and a
magnetic ground state for MnO2. The region between
0 and 5 eV is related to the empty 3d states. A 3d0

ground state leaves all 10 3d electrons empty. They
are split by the cubic crystal field that is about 2.5
eV for all these dioxides. The t2g

1 configuration in VO2
implies that one of the six t2g holes is filled, and
compared with TiO2 only a sharper first peak is
visible. In CrO2 with its t2g

2 configuration, the two
filled 3d electrons have a significant exchange inter-
action with each other, implying an energy difference
between spin-up and spin-down states of about 1.5
eV. This is seen in the spectral shape as a split of
the first peak. MnO2 has a t2g

3 configuration with an
increased splitting between spin-up and spin-down.
In this case the three visible structures are related
to, respectively, t2g(down), eg(up), and eg(down). It can
be seen that the spectral shape between 10 and 20
eV is equivalent for all oxides. This region of the
spectrum is related to the 4sp and continuum density
of states and reflects the equivalent crystal struc-
tures, i.e., all dioxides have a rutile crystal structure.

Comparison with experiment39 shows excellent
agreement for all these oxides, and it can be con-
cluded that the oxygen 1s X-ray absorption spectra
are described well with the oxygen p-projected den-
sity of states. Some papers argue that oxygen 1s
spectra are susceptible to multiplet effects,116 as far
as the 3d part of the spectrum is concerned. The good

agreement of the density of states with experiments
shows, however, that multiplet effects are hardly (or
not at all) visible in the spectrum.

For other ligands such as carbides, nitrides, and
sulfides, a similar interpretation as that for oxides
is expected to hold. Their ligand 1s X-ray absorption
spectra are expected to show close comparison to the
projected density of states, as confirmed by calcula-
tions.24,30,99

III. 2p Edge X-ray Absorption
In the case of 2p X-ray absorption (L edges), the

single-particle approximation breaks down and the
XANES structures are affected by the core hole wave
function. The core hole and free electron of eq 1b are
rewritten to a 2p core hole (2p) and a 3d electron.
All valence electrons except the 3d electrons are
omitted, and this yields eq 2b, which is the starting
point for all calculations.

This so-called multiplet effect will be discussed in
some detail because it is an important effect for all
2p X-ray absorption, the 1s preedges, as well as all
X-ray emission experiments.

The Multiplet Effect. The breakdown of the
single-particle model is important in all systems with
electrons in narrow bands, for example, the 3d metals
and the rare-earth metals. In these systems the p and
d core wave functions strongly overlap with the 3d
and 4f, respectively, valence wave functions. This
strong local interaction has to be considered in order
to obtain an accurate description of the XANES
spectral shape. A successful analysis method has
been developed based on a ligand-field multiplet
model.29 It offers large sensitivity to the valence and
the symmetry of the element studied.

A. Atomic Multiplet Theory
The basic starting point for a large part of the

analysis of core-level spectra is atomic multiplet
theory.25,123 Faced with the situation of a solid with
its combination of extended valence states and a
localized core hole, the problem is to find the best
way to treat the X-ray absorption process. A localized
approach makes it possible to treat the core hole in
detail, while an itinerant approach is in most cases
the best approach to the ground state of the solid. In
the following some aspects of atomic multiplet theory
that are important for the analysis of X-ray absorp-
tion and X-ray emission spectra will be briefly
introduced.

It has been shown over the last 30 years that a
completely localized approach, based on atomic mul-
tiplet theory, can be very fruitful to core-level spec-
troscopy. In this section atomic multiplet theory will
be developed. Some basic quantum-mechanic results
of atomic theory will be partly repeated, but the focus
will be on the specific problems of a core hole in a
solid.

Figure 7. Series of oxygen p-projected density of states
calculations of (from top to bottom )TiO2, VO2, CrO2, and
MnO2 in their (magnetic) ground states.

IXAS ∼ |〈Φi2p3d|ê‚r|Φi〉|2δEf-Ei-pω (2a)

IXAS ∼ |〈2p3dN+1|ê‚r|3dN〉|2δEf-Ei-pω (2b)
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1. The Atomic Hamiltonian

The atomic Hamiltonian is given by the Schröd-
inger equation for an N-electron atom. The Schröd-
inger equation consists of the kinetic energy of
the N electrons (∑Npi

2/2m), the electrostatic interac-
tion of the N electrons with the nucleus of charge +Z
(∑N-Ze2/ri), the electron-electron repulsion (Hee )
∑pairse2/rij), and the spin-orbit coupling of each elec-
tron (Hls ) ∑Nú(ri)li‚si). The overall Hamiltonian reads

The kinetic energy and the interaction with the
nucleus are the same for all electrons in a certain
atomic configuration, for example, 3d5 in the case of
MnII. They define the average energy of a certain
state (Hav). This leaves the electron-electron repul-
sion and the spin-orbit coupling as the important
interactions. The basic difficulty when solving the
Schrödinger equation is that Hee is too large to be
treated as a perturbation. This problem has been
solved with the central field approximation, in which
the spherical average of the electron-electron inter-
action is separated from the nonspherical part. The
spherical average 〈Hee〉 is added to Hav to form the
average energy of a configuration. In the modified
electron-electron Hamiltonian H′ee, the spherical
average has been subtracted.

This leaves the two interactions H′ee and Hls to
determine the energies of the various electronic
symmetry configurations within the atomic configu-
ration.

2. Term Symbols

Electronic symmetry configurations are indicated
with their orbital moment L, spin moment S, and
total moment J. Together, these three quantum
numbers indicate a certain state and determine its
specific energy. If spin-orbit coupling is neglected,
all configurations with the same L and S moments
have the same energy. A specific configuration is
indicated with a so-called term symbol 2S+1LJ. A term
symbol gives all three quantum numbers and as such
determines the symmetry and energy of a certain
configuration. A single 1s electron has an orbital
moment L ) 0, a spin moment S ) 1/2, and a total
moment J ) 1/2. This is written with a term symbol
as 2S1/2. A 2p electron has two possible symmetries
depending on the spin-orbit coupling, 2P1/2 and 2P3/2.
These two configurations are related to, respectively,
the L2 and the L3 edge in 2p X-ray absorption. In the
case of a transition-metal ion, the important initial
state configurations are 3dN. In the final state with
a 3s or a 3p core hole, the important configurations
are 3s13dN and 3p53dN. The main quantum number

does not influence the coupling schemes, so exactly
the same term symbols can be found for 4d and 5d
systems and for 2s and 2p core holes.

A 3d1 configuration is 10-fold degenerate and has
the term symbols 2D5/2 and 2D3/2 with, respectively,
six and four electrons. The degeneracy of a term
symbol 2S+1LJ is given as 2J + 1. The overall
degeneracy of a term symbol 2S+1L is (2S + 1)(2L +
1). The LS term symbols of a 3d14d1 configuration
can be found by multiplying 2DX2D. The multiplica-
tion of L and S is independent, and one finds that
the total orbital moment L is equal to 0, 1, 2, 3, or 4.
S is equal to 0 or 1. This gives the term symbols as
indicated in Table 1. The total degeneracy of the

3d14d1 configuration is 100, which can be checked by
adding the degeneracies of the 10 term symbols. After
inclusion of spin-orbit coupling, a total of 18 2S+1LJ

term symbols is found.
A 3d2 configuration does not have a degeneracy of

100. The Pauli exclusion principle forbids two 3d
electrons to have the same quantum numbers, which
has the consequence that the second electron has not
10 but only 9 possible states. In addition, the se-
quence of the quantum states for the two electrons
make no difference, which divides the number of
different two-electron states by two. This give 10 ×
9/2 ) 45 possible states. One can write out all 45
combinations of a 3d2 configuration and sort them
by their ML and MS quantum numbers. Analysis of
the combinations of the allowed ML and MS quantum
numbers yields the term symbols 1G, 3F, 1D, 3P, and
1S. This is a subset of the term symbols of a 3d14d1

configuration. The term symbols can be divided into
their J quantum numbers as 3F2, 3F3, 3F4, 3P0, 3P1,
3P2, 1G4, 1D2, and 1S0. In the case of a 3d3 configura-
tion, a similar approach gives that the possible spin
states are doublet and quartet. The quartet states
have all spins parallel, and the Pauli principle
implies that there are two quartet term symbols,
respectively, 4F and 4P. The doublet states have two
electrons parallel, and for these two electrons, the
Pauli principle yields the combinations identical to
the triplet states of the 3d2 configuration. To these
two parallel electrons a third electron is added
antiparallel, where this third electron can have any
value of its orbital quantum number ml. Writing out
all combinations and separating them into the total
orbital moments Ml gives the doublet term symbols
2H, 2G, 2F, 2D, another 2D, and 2P. By adding the
degeneracies, it can be checked that a 3d3 configu-
ration has 120 different states, i.e., 10 × 9/2 × 8/3.
The general formula to determine the degeneracy of

H ) ∑
N

pi
2

2m
+ ∑

N

-Ze2

ri

+ ∑
pairs

e2

rij

+ ∑
N

ú(ri) li‚si (3a)

H′ee ) Hee - 〈Hee〉 ) ∑
pairs

e2

rij

- 〈 ∑
pairs

e2

rij
〉 (3b)

Table 1: Ten Term Symbols of a 3d14d1 Configuration
Are Given. The Second Row Gives Their
Degeneracies Adding up to 100. The Bottom Row
Gives for Each LS Term Symbol the Possible J Values

3d14d1 1S 1P 1D 1F 1G 3S 3P 3D 3F 3G Σ

degen. 1 3 5 7 9 3 9 15 21 27 100
0 1 2 3

J values 0 1 2 3 4 1 1 2 3 4
2 3 4 5
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a 3dN configuration is

A new result with respect to the s and p electrons is
that one finds for a 3d3 configuration two states with
an identical term symbol. To distinguish both term
symbols, the so-called seniority number is introduced.
The seniority number is the number N of the 3dN

configuration for which a term symbol occurs first.
For example, the 2D term symbol occurs for a 3d1

configuration; hence, it has seniority number 1. The
term symbol could be rewritten as 1

2D. The second
2D term symbol of 3d3 takes its seniority number from
the next lowest number N and is written as 3

2D. The
discussion of the seniority number brings us to
another observation, which is that the term symbols
of a configuration 3dN do also exist in a configuration
3dN+2. Thus, the term symbols of 3d4 contain all term
symbols of 3d2, which contains the 1S term symbol
of 3d0. Similarly, the term symbols of 3d5 contain all
term symbols of 3d3, which contains the 2D term
symbol of 3d1. In addition, there is a symmetry
equivalence of holes and electrons; hence, 3d3 and 3d7

have exactly the same term symbols.
An important X-ray absorption process is the 2p

f 3d excitation process. The 2p X-ray absorption
edge is often studied for the 3d transition-metal
series, and it provides a wealth of information.
Crucial for its understanding are the configurations
of the 2p53dN final states. The term symbols of the
2p53dN states are found by multiplying the configura-
tions of 3dN with a 2P term symbol. The total
degeneracy of a 2p53dN state is given in eq 5. For
example, a 2p53d5 configuration has 1512 possible
states. Analysis shows that these 1512 states are
divided into 205 term symbols, implying, in principle,
205 possible final states. Whether all these final
states have finite intensity depends on the selection
rules.

3. The Matrix Elements
Above found the number and symmetry of the

states of a certain 3dN configuration were found. The
next task is to calculate the matrix elements of these
states with the Hamiltonian HATOM. As discussed in
the previous section, HATOM consists of the effective
electron-electron interaction H′ee and the spin-orbit
coupling Hls

The electron-electron interaction commutes with L2,
S2, Lz, and Sz, which implies that all off-diagonal
elements are zero. A simple example is a 1s2s
configuration consisting of 1S and 3S term symbols.
The respective energies can be shown to be

F0 and G0 are the Slater-Condon parameters for,
respectively, the direct Coulomb repulsion and the
Coulomb exchange interaction. The main result can
be stated as “the singlet and the triplet state are split
by the exchange interaction”. This energy difference
is 2G0 (1s2s). An analogous result is found for a 1s2p
state for which the singlet and triplet states are split
by 2/3G0 (1s2p). The 2/3 prefactor is determined by
the degeneracy of the 2p state. The general formula-
tion of the matrix elements of two-electron wave
functions can be written as

To obtain this result, the radial parts Fk and Gk have
been separated using the Wigner-Eckardt theorem
and Hamiltonian 1/r12 has been expanded in a
series.123 The angular parts fk and gk can be calcu-
lated using angular momentum coupling, and the
result is written in terms of 3j and 6j symbols

For equivalent electrons, gk is not present and fk can
be simplified by setting l ) l1 ) l2. The values of k
can be determined from the so-called triangle condi-
tions of the 3j symbols. The triangle conditions imply
that for 3j symbols with all zeros for mj (given in the
bottom row), the sum of the j values (given in the
top row) must be even and that the maximum j value
is equal to the sum of the two others. Using the two
3j symbols of eqs 10 and 11, this implies for fk that k
must always be even. k ) 0 is always present, and
the maximum value for k equals two times the lowest
value of l. For gk it implies that k is even if l1 + l2 is
even and k is odd if l1 + l2 is odd. The maximum value
of k equals l1 + l2. Table 2 gives the possible k values

for some important configurations.
The energies of the representations of the 3d2

configuration are calculated. First, it can be shown
that f0 is equal to the number of permutations (n(n

(10
n )) 10!

(10 - n)!n!
(4)

6 × (10
n )) 6 × 10!

(10 - n)!n!
(5)

HATOM ) ∑
pairs

e2

rij

+ ∑
N

ú(ri)li‚si (6)

〈1S| e2

r12
|1S〉 ) F0 (1s2s) + G0 (1s2s) (7)

〈3S| e2

r12
|3S〉 ) F0 (1s2s) - G0 (1s2s) (8)

〈2S+1LJ | e2

r12
|2S+1LJ〉 ) ∑

k
fkF

k + ∑
k

gkG
k (9)

fk ) (2l1 + 1)(2l2 + 1)‚(-1)L

(l1 k l1

0 0 0 )(l2 k l2

0 0 0 )(l1 l2 L
l2 l1 k ) (10)

gk ) (2l1 + 1)(2l2 + 1)‚(-1)S

(l1 k l2

0 0 0 )(l1 k l2

0 0 0 )(l1 l2 L
l2 l1 k ) (11)

Table 2: Possible Values of k for the Angular
Coefficients fk and gk

conf. fk gk conf. fk gk conf. fk gk

1s2 0 1s2s 0 0 1s2p 0 1
2p2 0 2 2p3p 0 2 0 2 2p3d 0 2 1 3
3d2 0 2 4 3d4d 0 2 4 0 2 4 3d4f 0 2 4 1 3 5
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- 1)/2) of n electrons, i.e., f0 is equal to 1.0 for two-
electron configurations. The electrons come from the
same shell; hence, there are no exchange interactions.
One is left with the calculation of f2 and f4 for the
five term symbols 1S, 3P, 1D, 3F, and 1G. l1 ) l2 ) 2,
which implies that the prefactor (2l1 + 1)(2l2 + 1) is
equal to 25. The 3j symbols are only dependent on k
and are equal to x2/35. For all five states this gives
a prefactor of 25 × 2/35 ) 10/7, i.e., fk is equal to

The Slater-Condon parameters F2 and F4 have
approximately a constant ratio: F4 ) 0.62F2. The last
column in Table 3 gives the approximate energies of

the five term symbols. In case of the 3d transition-
metal ions, F2 is approximately equal to 10 eV. For
the five term symbols this gives the energies as 3F
at -1.8 eV, 1D at -0.1 eV, 3P at +0.2 eV, 1G at +0.8
eV, and 1S at +4.6 eV. The 3F term symbol has lowest
energy and is the ground state of a 3d2 system. This
is in agreement with Hund’s rules, which will be
discussed in the next section. The three states 1D,
3P, and 1G are close in energy, 1.7-2.5 eV above the
ground state. The 1S state has a high energy of 6.3
eV above the ground state, the reason being that two
electrons in the same orbit strongly repel each other.

Table 4 gives three related notations that are used

to indicate the radial integrals: the Slater-Condon
parameters Fk, the normalized Slater-Condon pa-
rameters Fk, and the Racah parameters A, B, and C.

The bottom half of Table 4 uses the relationship
between F2 and F4 and further uses a typical F2 value
of 10 eV and a F0 value of 8 eV. For three and more
electrons, the situation is more complex. It is not
straightforward to write down an antisymmetrized
three-electron wave function. It can be shown that
the three-electron wave function can be build from
two-electron wave functions with the use of the so-
called coefficients of fractional parentage. The coef-
ficients of fractional parentage are indicated with
CL1S1

LS . The three-electron wave function with quan-
tum numbers LS is generated from a series of two-
electron wave functions with quantum numbers L1S1.

4. Atomic Multiplet Ground States of 3dN Systems
The ground-state symmetries of the transition-

metal compounds that are characterized with a partly
filled 3d band will be discussed. The term symbols
with the lowest energy are found after calculating
the matrix elements. The term symbols found to be
at the lowest energy are indicated in Table 5. The

finding of the 3F state as the ground state of a 3d2

configuration is an example of the so-called Hund’s
rules. On the basis of experimental information,
Hund did formulate three rules to determine the
ground state of a 3dN configuration. The Hund rules
are as follows: (1) term symbol with maximum spin
S, (2) term symbol with maximum orbital moment
L, and (3) term symbol with maximum total moment
J, if the shell is more than half full.

A configuration has the lowest energy if the elec-
trons are as far apart as possible. Hund’s first rule
of ‘maximum spin’ can be understood from the Pauli
principle: Electrons with parallel spins must be in
different orbitals, which overall implies larger sepa-
rations, hence lower energies. This is, for example,
evident for a 3d5 configuration, where the 6S state
has its five electrons divided over the five spin-up
orbitals, which minimizes their repulsion. In case of
3d2, Hund’s first rule implies that either the 3P or 3F
term symbol must have the lowest energy. From the
previous section, one finds that the 3F term symbol
is lower than the 3P term symbol, the reason being
that the 3F wave function tends to minimize electron
repulsion. The effects of spin-orbit coupling are well-
known in the case of core states. Consider, for

fk ) 10
7

‚{2 2 L
2 2 k }‚(-1)L (12)

Table 3: Energies of the Five Term Symbols of a 3d2

Configuration. The Energy in the Last Column Is
Calculated Using the Approximation that the Radial
Integrals F2 and F4 Have a Constant Ratio of 0.62

f2 f4 energy

1S 10
7 {2 2 0

2 2 2 } 2/7 10
7 {2 2 0

2 2 4 } 2/7 0.46F2

3P - 10
7 {2 2 1

2 2 2 } 3/21 - 10
7 {2 2 1

2 2 4 } -4/21 0.02F2

1D 10
7 {2 2 2

2 2 2 } -3/49 10
7 {2 2 2

2 2 4 } 4/49 -0.01F2

3F - 10
7 {2 2 3

2 2 2 } -8/49 - 10
7 {2 2 3

2 2 4 } -1/49 -0.18F2

1G 10
7 {2 2 4

2 2 2 } 4/49 10
7 {2 2 4

2 2 4 } 1/441 0.08F2

Table 4: Relations between the Slater-Condon
Parameters and Racah Parameters. The Top Half
Gives the Relationships between the Three
Parameter Sets. The Bottom Half Uses F0 ) 8.0 eV, F2

) 10.0 eV, and F4 ) 6.2 eV

Slater-Condon normalized Racah

F0 F0 ) F0 A ) F0 - 49F4
F2 F2 ) F2/49 B ) F2 - 5F4
F4 F4 ) F4/441 C ) 35F4
F0 ) 8.0 F0 ) 8.0 A ) 7.3
F2 ) 10.0 F2 ) 0.41 B ) 0.13
F4 ) 6.2 F4 ) 0.014 C ) 0.49

Table 5: 2p X-ray Absorption Transitions from the
Atomic Ground State to All Allowed Final-State
Symmetries, after Applying the Dipole Selection
Rule: ∆J ) - 1, 0, or +1

transition

no. of term
symbols:
ground
state

symmetry:
ground
state

no. of term
symbols:

final state

no. of
allowed

transitions

3d0 f 2p53d1 1 1S0 12 3
3d1 f 2p53d2 2 2D3/2 45 29
3d2 f 2p53d3 9 3F2 110 68
3d3 f 2p53d4 19 4F3/2 180 95
3d4 f 2p53d5 34 5D0 205 32
3d5 f 2p53d6 37 6S5/2 180 110
3d6 f 2p53d7 34 5D2 110 68
3d7 f 2p53d8 19 4F9/2 45 16
3d8 f 2p53d9 9 3F4 12 4
3d9 f 2p53d10 2 2D5/2 2 1
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example, the 2p XAS or XPS spectrum of nickel. The
2P3/2 peak is positioned at approximately 850 eV and
the 2P1/2 at about 880 eV, where the state with the
lowest binding energy is related to the lowest energy
of the configuration. The case of the 2p core state is
an example of d Hund’s third rule: the configuration
is 2p5, which is more than half-full, implying that the
highest J value has the lowest energy. The third rule
implies that the ground state of a 3d8 configuration
is 3F4, while it is 3F2 in the case of a 3d2 configuration.

5. X-ray Absorption Spectra Described with Atomic
Multiplets

I will start with the description of closed-shell
systems. The 2p X-ray absorption process excites a
2p core electron into the empty 3d shell, and the
transition can be described as 2p63d0 f 2p53d1. The
ground state has 1S0 symmetry, and it is found that
the term symbols of the final state are 1P1, 1D2, 1F3,
3P012, 3D123, and 3F234. The energies of the final states
are affected by the 2p3d Slater-Condon parameters,
the 2p spin-orbit coupling, and the 3d spin-orbit
coupling. The X-ray absorption transition matrix
elements to be calculated are

The symmetry aspects are

The symmetry of the dipole transition is given as 1P1,
according to the dipole selection rules, which state
that ∆J ) + 1, 0, - 1. Within LS coupling, also ∆S
) 0 and ∆L ) 1. The dipole selection rule reduces
the number of final states that can be reach from the
ground state. The J value in the ground state is zero.
In this case, the dipole selection rule proclaims that
the J value in the final state must be 1; thus, only
the three term symbols 1P1, 3P1, and 3D1 can obtain
finite intensity. The problem of calculating the 2p
absorption spectrum is reduced to solving the 3 × 3
energy matrix of the final states with J ) 1. As
discussed above, the atomic energy matrix consists
of terms related to the two-electron Slater integrals
and the 2p and 3d spin-orbit couplings.

A series of X-ray absorption spectra of tetravalent
titanium 2p and 3p edges and the trivalent lantha-
num 3d and 4d edges is compared. The ground states
of TiIV and LaIII are, respectively, 3d0 and 4f0, and
they share a 1S ground state. The transitions at the
four edges are, respectively

These four calculations are equivalent, and all
spectra consist of three peaks with J ) 1 as described
above in the case of the 2p edge of TiIV. The things

that change are the values of the atomic Slater-
Condon parameters and core hole spin-orbit cou-
plings. They are given in Table 6 for the four

situations. The G1 and G3 Slater-Condon parameters
have an approximately constant ratio with respect
to the F2 value. The important factor for the spectral
shape is the ratio of the core spin-orbit coupling and
the F2 value. Finite values of both the core spin-orbit
and the Slater-Condon parameters cause the pres-
ence of the prepeak. It can be seen in Table 6 that
the 3p and 4d spectra have small core spin-orbit
couplings, implying small p3/2 (d5/2) edges and ex-
tremely small prepeak intensities. The deeper 2p and
3d core levels have larger core spin-orbit splitting
with the result of a p3/2 (d5/2) edge of almost the same
intensity as the p1/2 (d3/2) edge and a larger prepeak.
Note that none of these systems comes close to the
single-particle result of a 2:1 ratio of the p edges or
the 3:2 ratio of the d edges. Figure 8 shows the X-ray

absorption spectral shapes. They are given on a
logarithmic scale to make the preedges visible.

In Table 5 the term symbols of all 3dN systems are
given. Together with the dipole selection rules, this
sets immediately strong limits to the number of final
states which can be reached, similar to the case of a
3d0 ground state. Consider, for example, the 3d3 f
2p53d4 transition: The 3d3 ground state has J ) 3/2
and there are, respectively, 21, 35, and 39 states of
2p53d4 with J′ ) 1/2, J′ ) 3/2, and J′ ) 5/2. This

IXAS ∝ 〈3d0|p|2p53d1〉2 (13a)

IXAS ∝ 〈[1S0]|[1P1][|1,3PDF]〉2 (13b)

TiIV L2,3 edge: 3d0 f 2p53d1

TiIV M2,3 edge: 3d0 f 3p53d1

LaIII M4,5 edge: 4f0 f 3d94f1

LaIII N4,5 edge: 4f0 f 4d94f1

Table 6: Relative Intensities, Energy, Core Hole
Spin-Orbit Coupling, and F2 Slater-Condon
Parameters Are Compared for Four Different 1S0
Systems

edge Ti 2p Ti 3p La 3d La 4d

average energy (eV) 464 37 840 103
core spin-orbit (eV) 3.78 0.43 6.80 1.12
F2 Slater-Condon (eV) 5.04 8.91 5.65 10.45

relative intensities

prepeak 10-2 10-4 10-2 10-3

p3/2 or d5/2 0.72 10-3 0.80 10-2

p1/2 or d3/2 1.26 1.99 1.19 1.99

Figure 8. Atomic multiplet calculations for the 3d0 and
4f0 ions TiIV and LaIII. Given are the transitions 3d0 f
2p53d1, 3d0 f 3p53d1, 4f0 f 3d94f1, and 4f0 f 4d94f1. All
spectra are given on a logarithmic scale to make the
prepeaks clearly visible.
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implies a total of 95 allowed peaks out of the 180
final-state term symbols. From Table 5 some special
cases can be discriminated: a 3d9 system makes a
transition to a 2p53d10 configuration, which has only
two term symbols, out of which only the term symbol
with J′ ) 3/2 is allowed. In other words, the L2 edge
has zero intensity. 3d0 and 3d8 systems have only
three and four peaks, respectively, because of the
limited amount of states for the 2p53d1 and 2p53d9

configurations.
Atomic multiplet theory is able to accurately de-

scribe the 3d and 4d X-ray absorption spectra of the
rare earth metals.55 In the case of the 3d metal ions,
atomic multiplet theory cannot simulate the X-ray
absorption spectra accurately because the effects of
the neighbors on the 3d states are too large. It turns
out that it is necessary to include both the symmetry
effects and the configuration-interaction effects of the
neighbors explicitly. Ligand-field multiplet theory
takes care of all symmetry effects, while charge-
transfer multiplet theory allows the use of more than
one configuration.

B. Ligand-Field Multiplet Theory
If one transfers this atomic method to the solid

state, two questions that arise are (1) how to deal
with the different local symmetry and (2) how to
incorporate the different more itinerant electronic
features of the solid state, such as the electron
density of the s and p states. The inclusion of the local
symmetry has been the subject of many studies under
the heading of ligand-field theory.12 This has been
used particularly to describe the optical absorption
spectra of transition-metal ions. For core spec-
troscopies, ligand-field theory has been developed by
Thole and co-workers.110 The effects of itinerant
states on multiplets will be described using the
charge-transfer multiplet approach as described in
the next section.

The dominant symmetry effect in solids is the cubic
ligand field. The strength of this operator is usually
denoted as the ligand-field splitting (10Dq). Atomic
multiplet theory can be extended to describe the 3d
metal ions by incorporation of the ligand-field split-
ting. In an octahedral environment, the field of the
neighboring atoms on the of the central atom has
cubic (Oh) symmetry which divides the 5-fold-degen-
erate 3d orbitals into two distinct representations of
T2g and Eg symmetry. The 2-fold-degenerate Eg state
contains orbitals that point toward the center of the
cube faces, which is directly toward the position of
the ligands. Consequently, Eg states interact stron-
ger, electrostatically as well as covalently, with the
ligands. The three t2g orbitals point toward the
corners of the cube, and therefore, their interaction
with the octahedral ligands is smaller.

The effect of the cubic ligand field on the energies
of the atomic states has been described in the
textbooks of Ballhausen,51 Griffith,12 and Sugano,
Tanabe, and Kitamura.105 It is found that the degen-
eracy of the atomic states is partially lifted and the
D, F, and higher states are split into a series of
representations in cubic symmetry. In the 2p53dN

final state, the effects of the cubic ligand field are

equivalent to that in the initial state. A difference is
that the number of multiplet states is considerably
larger: For a 3d5 initial state, the maximum number
of states is 256, while it is six times larger (1512) for
a 2p53d5 final state.

The transition probability for the 3d0 systems in
cubic symmetry is

All final states of T1 symmetry are allowed and have
a finite transition probability from the A1 initial state.
This includes the states of J ) 1 atomic symmetry
and additionally the atomic states with J ) 3 and J
) 4. The degeneracy of these states is, respectively,
3 and 1. The total number of allowed final states in
cubic symmetry is 3 + 3 + 1 ) 7. Figure 9 shows the

effects of an increasing cubic ligand field on the
multiplet spectrum of the 3d0 f 2p53d1 transition.
In this figure it can be seen that for small values of
the ligand field (the step size is 0.3 eV) the spectrum
is hardly modified. For small values of 10Dq, the four
states which were forbidden in atomic symmetry
have not gained enough intensity to be detectable in
the spectrum. The peak splitting in the spectrum is
related to the value of 10Dq, but it is not a direct
measure of it. This implies that one cannot measure
the crystal-field splitting directly in a 2p X-ray
absorption spectra.

The ligand-field multiplet results as calculated
with the procedure outlined above can be directly
compared with experiment. Figure 10 compares the
ligand-field multiplet calculation of CaF2 with the 2p
X-ray absorption spectrum of CaF2. Atomic Slater
integrals were used. For details, see refs 37 and 38.
All peaks in the experimental spectrum are repro-
duced, which is a confirmation that the ligand-field
multiplets indeed dominate the spectral shape. When
resonant X-ray emission will be discussed, CaF2 will
be used as an example of what happens if one excites
to these multiplet peaks.

W ∝ 〈3d0[A1]|p[T1]|2p53d1[T1]〉
2 (14)

Figure 9. Ligand-field multiplet calculations of the tran-
sition 3d0 f 2p53d1 for the TiIV system. The bottom
spectrum has a cubic crystal field of 0.0 eV; the top
spectrum has a cubic crystal-field value 10Dq of 4.5 eV.
(Reprinted from ref 38. Copyright 1990 American Physical
Society.)

Chemical Reviews K



Table 7 gives the ground-state symmetries of the
atomic multiplets and their projection to cubic sym-
metry. If four electrons have to be accommodated in
the 3d orbitals in an octahedral surrounding, two
effects are important: The exchange coupling of two
3d electrons (J) and the cubic ligand-field splitting
(D). The exchange coupling is connected to the Slater
integrals: J ) (F2 + F4)/14, where the difference
between the exchange couplings of eg and t2g electrons
is neglected.30 If 3J > D, a high-spin configuration
with 5E symmetry is formed from the Hund’s rule 5D
ground state. If 3J < D, a low-spin configuration with
3T1 symmetry is formed. It can be checked that the
same criterion applies to a 3d5 configuration, while
for 3d6 and 3d7 configurations, one should compare
2J with D. The exchange coupling J is about 0.8 eV
for 3d electrons, implying a high-spin low-spin tran-
sition point of approximately 2.4 eV for 3d4 and 3d5

and 1.8 eV for 3d6 and 3d7.
The calculation of the ligand-field multiplet spec-

trum is equivalent to that of the 3d0 configuration,
with the additional possibility of low-spin ground
states. To obtain the 2p X-ray absorption spectra, the
calculated line spectrum is broadened with a Lorent-
zian broadening to simulate lifetime effects and a
Gaussian broadening to simulate the resolution func-
tion of the experiment. Figure 11 shows the compari-
son for MnO. Excellent agreement is obtained with
the atomic values of the Slater integrals and a ligand-

field splitting of 0.8 eV. Or, to be more specific, the
Slater integrals have been calculated by Hartree-
Fock, and these Hartree-Fock values have been
reduced to 80% of their calculated value. This pro-
cedure reproduces the experimental Slater integrals
of atomic spectra. In the case of covalent systems,
further reduction of the Slater integrals (according
to the nephelauxatic effect) is often used. If one uses
the charge-transfer multiplet model, charge transfer
should take care of the effective reduction of Slater
integrals. For more details, the reader is referred to
refs 27 and 29 and references therein.

The transition from a high-spin to a low-spin
ground state is directly visible in the spectral shape,
because a different final-state multiplet is reached.
This is shown theoretically and experimentally for a
series of MnII compounds by Cramer and co-work-
ers.26 An important advantage of soft X-ray edges is
their high resolution, which can be less than 0.1 eV
due to the long lifetime of the core states. The high
resolution makes the spectra sensitive to details of
the electronic structure, such as the valence, sym-
metry, spin state, and crystal-field value.26,29 It is
important to realize that multiplet effects are a
general phenomenon in all cases where a 2s, 2p, or
3p core hole is present in a 3d metal.

C. Charge-Transfer Multiplet Theory
The essence of the charge-transfer model is the use

of two or more configurations. Ligand-field multiplet
calculations use one configuration for which it solves
the effective atomic Hamiltonian plus the ligand-field
Hamiltonian, so essentially the following matrixes

The charge-transfer model adds a configuration
3dN+1L to the 3dN ground state. In the case of a
transition-metal oxide, in a 3dN+1L configuration an
electron has been moved from the oxygen 2p valence
band to the metal 3d band. The energy difference
between the 3dN and 3dN+1L configurations is the so-

Figure 10. Calcium 2p X-ray absorption spectrum of CaF2
compared with a ligand-field multiplet calculation. The
value of 10Dq is -0.9 eV. (Reprinted with permission from
ref 38. Copyright 1990 American Physical Society.)

Table 7: Projection of the 2p X-ray Absorption
Transitions from Atomic Symmetry (SO3) to
Octahedral Symmetry (Oh). Degeneracies of the
Configurations Are Given. The Last Column Gives
the Degeneracies without Any Symmetry (C1)

transition

degeneracies
in spherical
symmetry

degeneracies
in octahedral

symmetry

degeneracies
without

symmetry

3d0 f 2p53d1 1 f 12 1 f 25 1 f 60
3d1 f 2p53d2 2 f 45 3 f 90 10 f 270
3d2 f 2p53d3 9 f 110 20 f 300 45 f 720
3d3 f 2p53d4 19 f 180 39 f 420 120 f 1260
3d4 f 2p53d5 34 f 205 91 f 630 210 f 1512
3d5 f 2p53d6 37 f 180 86 f 420 252 f 1260
3d6 f 2p53d7 34 f 110 91 f 300 210 f 720
3d7 f 2p53d8 19 f 45 39 f 90 120 f 270
3d8 f 2p53d9 9 f 12 20 f 25 45 f 60
3d9 f 2p53d10 2 f 2 3 f 2 10 f 6

Figure 11. Manganese 2p X-ray absorption spectrum of
MnF2 compared with ligand-field multiplet calculations.
(Reprinted with permission from ref 37. Copyright 1990
American Physical Society.)

IXAS,1 ∝ 〈3dN|p|2p53dN+1〉2 (15a)

HINT,1 ) 〈3dN| e2

r12
+ ςdld‚sd + HLFM|3dN〉 (15b)

HFINAL,1 ) 〈2p53dN+1| e2

r12
+ ςplp‚sp + ςdld‚sd +

HLFM|2p53dN+1〉 (15c)
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called charge-transfer energy (∆). One can continue
with this procedure and add a 3dN+2L2 configuration,
etc. In many cases two configurations will be enough
to explain the spectral shapes, but in particular for
high valence states, it can be important to include
more configurations.45,80 The 3d states are described
in a correlated fashion, while all other electrons are
described in a band-like fashion.125 This is essentially
the Anderson impurity model. The actual calculations
can be carried out for a cluster or a quasiatomic
model.

As far as X-ray absorption and X-ray emission are
concerned, the consequences for the calculations are
the replacement of 3dN with 3dN + 3dN+1L plus the
corresponding changes in the final state. This adds
a second initial state, final state, and dipole transi-
tion

The two initial states and two final states are coupled
by monopole transitions, i.e., configuration interac-
tion. The mixing parameter t couples both configura-
tions, and as ∆ is the energy difference, the Hamil-
tonian is indicated with t/∆

The spectrum is calculated by solving the eqs 15a-
h. If a 3dN+2LL′ configuration is included, its energy
is 2∆ + U, where U is the correlation energy between
two 3d electrons.125 The formal definition of U is the
energy difference one obtains when an electron is
transferred from one metal site to another, i.e., a
transition 3dN + 3dN f 3dN+1 + 3dN-1. The number
of interactions of two 3dN configurations is one more
than the number of interactions of 3dN+1 plus 3dN-1,
implying that this energy difference is equal to the
correlation energy between two 3d electrons.

In the final state of the X-ray absorption process,
the configurations are 2p53dN+1 and 2p53dN+2L. A 2p
electron is annihilated, and a 3d electron is created.
Because the 3d electrons are relatively localized, this
is an almost self-screened process. The consequence
is that the relative ordering of the configurations does
hardly change. To be precise: the energy difference
between 2p53dN+1 and 2p53dN+2L is given as ∆ + U
- Q, where U is the 3d3d correlation energy and Q
the core hole potential, which identifies with the 2p3d
correlation energy. From the systematic analysis of
core-level photoemission spectra, it has been found

that Q is slightly larger than U. Typical values are
Q equal to 9 eV with U equal to 7 or 8 eV. This is the
reason that only small charge-transfer satellites are
visible in X-ray absorption, in contrast to the large
satellites in photoemission.29

By analyzing the effects of charge transfer, it is
found that (for systems with a positive value of ∆)
the main effects on the X-ray absorption spectral
shape are (1) the contraction of the multiplet struc-
tures and (2) the formation of small satellites. Figure
12 shows the effect of the charge-transfer energy on

divalent nickel. In the top spectrum, ∆ ) 10 and the
spectrum is essentially the ligand-field multiplet
spectrum of a NiII ion in its 3d8 configuration. The
bottom spectrum uses ∆ ) -10, and now the ground
state is almost a pure 3d9L configuration. Looking
for the trends in Figure 12, one nicely finds the
increased contraction of the multiplet structure by
going to lower values of ∆. This is exactly what is
observed in the series NiF2 to NiCl2 and NiBr2.87-89,115

Going from Ni to Cu, the atomic parameters change
very little, except the 2p spin-orbit coupling and the
2p binding energy. Therefore, the spectra of 3dN

systems of different elements are all very similar and
the bottom spectrum is also similar to CuII systems.
Therefore, one can also use the spectra with negative
∆ values for CuIII compounds, such as La2Li1/2Cu1/2O4
and Cs2KCuF6. Figure 13 shows the comparison of
the 2p X-ray absorption spectrum of these two
compounds with charge-transfer multiplet calcula-
tions.63,64 It can be checked in Figure 12 that these
calculations look similar to the calculations for NiII

systems with negative values of ∆. For such systems
with negative ∆ values, it is important to carry out
charge-transfer multiplet calculations as no good
comparison with ligand-field multiplet spectra can
be made.

Figure 12. Series of charge-transfer multiplet calculations
for the ground state 3d8 + 3d9L. The top spectrum has a
charge-transfer energy ∆ of +10 eV and relates to an
almost pure 3d8 state; the bottom spectrum has a value of
∆ of -10 eV and relates to an almost pure 3d9L state.

IXAS,2 ∝ 〈3dN+1L|p|2p53dN+2L〉2 (15d)

HINIT,2 ) 〈3dN+1L| e2

r12
+ ςdId‚sd + HLFM|3dN+1L〉

(15e)

HFINAL,2 ) 〈2p53dN+2L| e2

r12
+ ςpIp‚sp + ςdId‚sd +

HLFM|2p53dN+2L〉 (15f)

HMIX I1,I12 ) 〈3dN|t/∆|3dN+1L〉 (15g)

HMIX F1,F2 ) 〈2p53dN+1|t/∆|2p53dN+2L〉 (15h)
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IV. 1s X-ray Emission
Now the X-ray emission spectra will be discussed.

The theory for X-ray emission spectra and resonant
X-ray emission spectra has been described in, for
example, the works of A° berg1,2,113 and Kotani.81,106 In
this paper the models derived in these works will be
used, starting with a simpler model.

A. 1s3p X-ray Emission in the Ligand-Field
Multiplet Model

First the 1s3p X-ray emission spectral shape will
be discussed, also known as Kâ fluorescence. With
divalent manganese as an example, a scheme to
interpret the experimental spectral shapes using the
multiplet models as described for X-ray absorption
will be developed step by step. The ground state of
MnII has its five spin-up electrons filled. The five
spin-down states are empty. It is first assumed that
the core hole creation, for example, by an above-
resonance X-ray excitation, does not modify the
valence electron situation. The intermediate state has
a 1s13d5 configuration and after the 1s3p decay the
final state is 3p53d5

The spectral shape consists of two structures sepa-
rated by the 3p3d exchange interaction. This assign-
ment is essentially the original model as used by
Tsutsumi and co-workers.111,112 Starting from this
model, the effects of the 3p and 3d spin-orbit
coupling, the symmetry effects of the cubic crystal
field, will step by step be included. In section V.A the
model is extended to describe covalence effects as
included with charge transfer and include the com-
bined effects of off-resonance excitation and decay.
Resonance effects will be discussed in section V.C.

Assuming a MnII ion, the atomic ground-state
symmetry is 6S. In the 1s13d5 configuration, the total

symmetry can be found by multiplying the 1s electron
with the 6S symmetry of the 3d electrons. This gives
either a 5S state for antiparallel alignment of the 1s
and 3d electrons or 7S for parallel alignment. The
dipole selection rules imply that transitions are
possible from 5S to 5P and from 7S to 7P, with the
energy difference between 5P and 7P given by the
3p3d exchange interaction. Things are a bit more
complex in reality because more then one 5P config-
uration can be made from a 3p53d5 configuration.
Writing out all symmetry combinations one finds
three 5P states and one 7P state. Figure 14a shows

the atomic multiplet spectrum for which the 3d and
3p spin-orbit couplings have been set to zero. The
overall intensities of the states are 7:5 for the 7P
versus the 5P states. The main peak is the 7P state.
The shoulder and the satellite are the 5P states, and
the small peak at about -6482 eV is the third 5P
state. The satellite can be related to the antiparallel
aligned 3p and 3d electrons, while the shoulder and
low-intensity state relate to orderings of the 3d
electrons different from the ground state. In fact, the
three 5P states are linear combinations of the three
LS-like atomic states that are mixed by the strong
3p3d as well as 3d3d multiplet effects.

Figure 14b shows the effects of the atomic 3p and
3d spin-orbit coupling. Essentially the 7P and 5P
states are split into their three substates 7P4, 7P3, and
7P2. The intensities of the peaks are related to the J
quantum numbers as 2J + 1, and it can be seen that
the lowest energy peak is the 7P4 state. The situation
for the 5P states is similar, and the satellite is split
into 5P3, 5P2, and 5P1, with the 5P1 state at the lowest
energy. A similar situation is visible for the shoulder
at -6487 eV. Comparing part a and b of Figure 14,
it can be seen that the effects of the spin-orbit
coupling on the broadened spectral shapes are mini-
mal.

Figure 13. Results of theoretical simulations of the Cu
2p X-ray absorption spectra of Cs2KCuF6 (bottom) and
La2Li1/2Cu1/2O4 (top), in comparison with the experimental
spectra. (Reprinted with permission from ref 63. Copyright
1998 Elsevier Science.)

3d5 f 1s13d5 + ε1s13d5 w 3p53d5

Figure 14. Theoretical 1s3p X-ray emission spectral
shapes calculated with the ligand-field multiplet model.
Bottom: (a) The ligand-field, 3d and 3p spin-orbit cou-
plings have all been set to zero. Middle: The spin-orbit
couplings are set to their atomic values. (solid, b) A cubic
crystal field of 2.0 has been added. (dotted, c) A cubic
crystal field of 4.0 eV has been added. (dashed, d) Top:
Difference between b and c (×10).
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Figure 14c shows the effects of the addition of a
cubic crystal field of 2.0 eV. This is already a
relatively large crystal field, and all oxides and halide
systems have smaller crystal fields. It can be seen
that compared to Figure 14b, most peaks shift a little
bit. In particular, the 5P states are modified while
the 7P states do still look very much like the atomic
result. After broadening the sticks with the experi-
mental and lifetime broadening, little changes are
visible. This implies that 1s3p X-ray emission spectra
are insensitive to the crystal-field effects, much less
sensitive than, for example, 2p X-ray absorption. The
positive aspect of this is that one can assume that
the 1s3p X-ray emission spectra are virtually the
same for all high-spin divalent manganese atoms.
This finding is important for the use of the 1s3p X-ray
emission channel for selective X-ray absorption mea-
surements as will be discussed in section VII. It is
noted that all other crystal-field effects in systems
such as oxides will have no effect at all on the spectral
shape (within the ligand-field multiplet model) as
long as the spin state stays the same. Things are
different for low-spin MnII compounds. Figure 14d
shows the effect of a cubic crystal field of 4.0 eV. A
completely different spectrum is found. The reason
is that the ground-state symmetry has changed from
6A1 to 2T2. Thus, only one unpaired 3d electron
remains, leading to a very small 3p3d exchange
splitting and essentially no satellite. It is clear that
1s3p X-ray emission will immediately tell if a system
is in its high-spin or low-spin state.

Similar to 2p X-ray absorption, 1s3p X-ray emission
is sensitive to the valence of the metal. MnII has a
3d5 ground state and MnIII a 3d4 ground state.90 This
obviously leads to a different spectral shape in the
experiments. Figure 15 shows an example of the

variations in the manganese 1s3p X-ray emission
spectral shapes. Each spectrum can be simulated
with a multiplet calculation leading to the determi-
nation of the valence. It can be seen that there is a
clear shift between the spectra.

These chemical shifts have been studied in detail
by Bergmann and co-workers, who established that

it was more accurate to use the center of gravity of
the 1s3p X-ray emission spectral shape as an energy
indicator.7,94 The nature of the Mn oxidation states
involved in the oxygen-evolving complex in photo-
system II has been studied with this method. The
measurements have been made on the dark-adapted
S1 state and on the hydroquinone-reduced state. The
results are compatible with models involving conver-
sion of MnIII

2MnIV
2 to MnII

2MnIV
2 clusters.7

B. 1s3p X-ray Emission in the Charge-Transfer
Multiplet Model

In the previous sections the approximation that one
can calculate the 1s3p X-ray emission spectral shape
from a model using the following two transitions was
used, where the excitation step is not used explicitly
in the results

In MnII, this model gives a good account of the
spectral shape. If one looks at other systems though,
an agreement that is not as good is found. The main
reason for this is that in the 1s excitation step major
screening or charge-transfer effects occur. Essentially
one is removing a core electron, implying a core
charge that has increased by one. This pulls down
the valence 3d electrons by the core hole potential.
Because the 3d electrons are pulled down in a larger
energy than the 4s and 4p electrons, the intermedi-
ate-state configurations will be different from the
ground-state configurations. Essentially one has to
subtract the core hole potential Q from the ground-
state energy positions as used in the charge-transfer
model. Below the transitions are given for two
configurations

The lowest two intermediate states are selected, and
the 1s3p X-ray emission spectrum is calculated for
these states, which implies that one assumed the
intermediate states to relax to their lowest configura-
tion(s). Two states are used, because the lowest state
is split by the 1s3d exchange interaction. This
‘relaxed’ model has been used in the calculations of
the 1s3p X-ray emission spectra of divalent nickel
compounds.36 Using an intermediate-state configu-
ration, 1s13d8 + 1s13d9L + 1s13d10LL′. The charge-
transfer values for NiBr2 and NiF2 are, respectively,
4.3 and 0.3 eV, and with a core hole potential of 7.5
eV and a correlation energy U of 7.3 eV, this gives
that the lowest energy is the 1s13d9L configuration.
For NiF2, the 1s13d8 configuration has an energy of
3.2 eV and the 1s13d10LL′ configuration of 4. 1 eV.
In the case of NiBr2, these values are, respectively,
7.2 eV and 0. 1 eV.36

The ‘relaxed’ charge-transfer model used is not
necessarily the correct model. Another approach is
to assume that the intermediate states do not relax
at all. In this section this approximation will be

Figure 15. 1s3p X-ray emission spectra of a MnII (s),
MnIII (- - -) and MnIV (‚ ‚ ‚) compound. The compounds
are, respectively, Mn(Oac)2, Mn(Oac)3, and Mn[HB-
(3,5-Me2pz)3]2. (Reprinted with permission from ref 90.
Copyright 1994 American Chemical Society.)

3d5 f 1s13d5 + εls13d5 w 3p53d5

3d5 + 3d6L f 1s13d5
ε + 1s13d6Lε

1s13d5 + 1s13d6L(lowest) w 3p53d5 + 3p53d6L
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followed. The model is the same as in the previous
section

One calculates the 1s XPS spectral shape, and then
for all these intermediate states the 1s3p X-ray
emission spectral shape is calculated. One then adds
the 1s3p spectra with the intensities from the 1s XPS
calculation. In principle, one should use the Kram-
ers-Heisenberg formula to account for interference
effects, but in the case of 1s core levels, interference
effects are absent. In section V the Kramers-Heisen-
berg formula for 2p3s and 2p3d resonant X-ray
emission spectral shapes will be explicity used.

1. K Capture 1s3p X-ray Emission
The effects of the excitation process can be studied

by using two different excitation processes. Recently
Glatzel and co-workers compared the usual above
resonance X-ray excitation with K-capture excitation
for MnO.6 The X-ray excitation process follows the
scheme as outlined above. The 1s electron leaves the
atom as a continuum electron, and the spectrum is
calculated by adding the 1s3p spectra of the 1s XPS
spectrum states. In the K-capture process, the 1s
electron annihilates a proton and is captured in the
core.6 The calculation is the same as that for X-ray
excitation as given above. The difference is the
ordering of the configurations. As indicated in Figure
16, the energy difference between 1s13d5 and 1s13d6L

is equal to ∆ - Q. Because the core hole potential is
larger than the charge-transfer energy, this is a
negative number and the lowest energy configuration
is 1s13d6L. In the case of K capture, the 1s electron
that has ‘left’ is part of the nucleus and the total
charge of the nucleus plus the 1s core level is not
modified. This implies that the outer valence elec-
trons hardly notice any effect on the positions of the
various configurations and the energy difference

between 1s13d5 and 1s13d6L is equal to that in the
ground state, being ∆. The K-capture spectrum is
sharper, and the satellite structure is found at a
lower energy, which is a consequence of additional
states in the X-ray excited spectrum. The simulated
spectra correspond nicely with the experimental
results.6

2. Temperature- and Pressure-Dependent 1s3p X-ray
Emission

1s3p X-ray emission spectra involve hard X-rays
for both excitation and decay. Because only hard
X-rays are involved in the experiment, one has a
large flexibility in the experimental setup as well as
sample environment. This makes it relatively straight-
forward to carry out the 1s3p X-ray emission experi-
ment in situ, for example, at high-temperature, high-
pressure, etc.33

Tyson and co-workers91,114 measured a series of
manganese perovskites using 1s3p X-ray emission to
determine the valences of Mn in these systems. In
particular, they measured the temperature depen-
dence of the 1s3p X-ray emission spectral shape. The
low-temperature spectrum of La.5Ca.5MnO3 has more
weight close to the center of gravity compared with
the room temperature spectrum. From Figure 15
(and more clearly Figure 32b), it can be concluded
that spectral weight closer to the center of gravity
indicates a smaller 3p3d exchange splitting, implying
less unpaired 3d electrons. The reason for the de-
crease in unpaired 3d electrons can be either a
valence change or a spin transition. In the case of
La5Ca5MnO3, the decrease of unpaired 3d-electrons
is attributed to a valence increase.91 Rueff and co-
workers97,98 used the 1s3p X-ray emission spectral
shape for the analysis of pressure-dependent spectra
of Fe and FeS. The structural and magnetic transi-
tion between the magnetic (bcc) and the nonmagnetic
(hcp) iron phases has been observed from the shift
of intensity toward the center of gravity.

C. 1s2p X-ray Emission
The situation of the 1s2p or KR X-ray emission

spectra is analogous to the 1s3p X-ray emission
spectra. This situation is alike the comparison be-
tween 2p X-ray absorption and 3p X-ray absorption.
The calculation in the various models discussed above
is exactly the same, the only difference being the
different parameters of the 2p instead of the 3p core
electrons. The 2p spin-orbit coupling is much larger
than the 3p spin-orbit coupling, typical values being,
respectively, 10 and 1 eV. This implies that the spin-
orbit-split states are clearly visible in the experimen-
tal spectral shapes. In contrast, the 2p3d exchange
interaction is much smaller than the 3p3d exchange.
This implies that the satellites visible in the 1s3p
X-ray emission spectra will only be shoulders in the
case of 1s2p X-ray emission.

Figure 17 shows the theoretical 1s2p X-ray emis-
sion spectra of FeII, and Figure 18 shows the corre-
sponding 1s3p X-ray emission spectra. The calcula-
tions are performed with the ligand-field multiplet
approach as discussed in section IV.A. The spectra
have been divided into spin-up and spin-down, and
this aspect will be discussed in the next section. The

3d5 + 3d6L f 1s13d5
ε + 1s13d6Lε

1s13d5 + 1s13d6L(XPS spectrum) w

3p53d5 + 3p53d6L

Figure 16. Scheme of the configurations in the initial,
intermediate, and final states of, respectively, X-ray excited
and K-capture X-ray emission calculations.
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1s3p X-ray emission spectrum is split into a main
peak at +5 eV, where 0 eV is the average 1s3p
excitation energy. A satellite is visible at about -12
eV, the energy difference being the 3p3d exchange
splitting. The 1s2p X-ray emission spectrum also has
its main peak at +5 eV and a satellite at about -9
eV. This general spectral shape thus looks similar
to the 1s3p case, but the origin of the splitting is
different, 2p-spin-orbit, respectively, and 3p3d ex-
change. This assignment is confirmed if one looks at
the top spectra that relate to low-spin FeII systems.
Low-spin FeII has no unpaired 3d electrons (i.e., a
1A1 ground state); hence, no exchange splitting and
the satellite is absent. Only some low-energy shoul-
ders are visible due to other (multiplet) effects. In
the case of the 1s2p X-ray emission spectrum, not
much has changed for the low-spin situation. The 2p
spin-orbit coupling is the same, and the satellite
maintains a similar structure and intensity.

The 1s2p X-ray emission spectrum is a few times
more intense than the 1s3p X-ray emission spectrum,

and one might expect more studies using the 1s2p
channel. However, the chemical sensitivity of the
3p3d exchange interaction makes the 1s3p X-ray
emission spectrum more useful for determining the
spin state and valence.7,94

D. 1s2p Resonant X-ray Emission
In this section I focus on the effects that occur if

one excites at resonance. I will go deeper into this
issue when the soft X-ray 2p resonances, where
interference effects are more important, are dis-
cussed. This section deals with resonance effects at
the K edges. It will be shown that the study of 1s2p
resonant X-ray emission sheds light on the nature
of the intermediate states, in other words the final
states of the X-ray absorption process.

Figure 19 shows the 1s2p resonant X-ray emission

spectra of Fe2O3 excited at resonance. Spectra a, b,
and c have been measured at the positions of the K
edge as indicated in Figure 20. The spectrum is

normalized so that the measured absorption coef-
ficients for photon energies immediately below and
well above the absorption edge are the same as the
theoretical values. Several weak preedge peaks are
clearly observed. The first two preedge peaks, located

Figure 17. Theoretical spin-polarized 1s2p X-ray-emission
spectra FeII using the ligand-field multiplet calculation.
Plotted are spin-down (s) and spin-up spectra (‚ ‚ ‚).
(Reprinted with permission from ref 121. Copyright 1997
American Physical Society.)

Figure 18. Theoretical spin-polarized 1s3p X-ray-emission
spectra of FeII using the ligand-field multiplet calculation.
Plotted are spin-down (s) and spin-up spectra (‚ ‚ ‚).
(Reprinted with permission from ref 121. Copyright 1997
American Physical Society.)

Figure 19. Calculated spectra (s) as a function of the
energy difference of the incident and scattered photon
together with the measured spectra (O). (Reprinted with
permission from ref 23. Copyright 1998 American Physical
Society.)

Figure 20. Fe K-absorption edge of Fe2O3. The preedge
region is shown in more detail, and the whole edge is shown
in the inset. (Reprinted with permission from ref 23.
Copyright 1998 American Physical Society.)
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at 7113.4 and 7114.8 eV, are assigned to the quad-
rupole transitions from the Fe 1s orbital to the
crystal-field split t2g and eg orbitals. These spectra
have been measured by Caliebe and co-workers 23 at
NSLS beamline X21 with an overall resolution of 0.45
eV. With this high experimental resolution, 1s2p
X-ray emission spectra are measured well.

Recently, Dräger and co-workers performed similar
experiments on single crystals of MnO. The manga-
nese 1s preedge structure is different for measure-
ments with a (100) and (110) orientation of the rock
salt crystal structure. The (100) spectrum gives trans-
itions to the empty eg states and the (110) spectrum
to the empty t2g states. The resonant 1s3p X-ray
emission spectra have been used to disentangle the
spin-polarization of the X-ray absorption spectrum.46

The 1s2p resonant X-ray emission spectra can be
calculated with the charge-transfer multiplet model
as described for X-ray absorption above. Charge-
transfer multiplet calculations have been carried out
for the 3d5 ground state, the 1s13d6 intermediate
states (φx), and the 2p13d6 final states, including the
quadrupole excitation (Q) and the dipole decay (D)

Three configurations 3d5, 3d6L, and 3d7LL′ have been
used for the ground state, and the corresponding
three configurations have been used for the interme-
diate and final states. The result of the calculations
is indicated in Figure 19 as the solid lines. For these
calculations, the dipole transitions to 1s13d54p1 states
have been included also but they do not significantly
affect the calculated spectral shapes.23

Why is this resonant experiment so interesting?
One could say that the only result of the experiment
is a 1s2p resonant X-ray emission spectrum that
could also be measured directly with 2p X-ray ab-
sorption. There are at least two interesting conse-
quences of this experiment. First, it adds additional
proof as to the quadrupole nature of the prepeaks in
the K edge of Fe2O3. Second, it makes it possible to
measure a spectrum similar to 2p X-ray absorption
by making use of hard X-rays. This makes it possible
to measure these spectra under essentially any
condition and as such gives a good possibility for in
situ measurements in, for example, electrochemistry
or catalysis research.

E. 1s Valence Band X-ray Emission
Valence-to-core transitions are obvious candidates

for chemically sensitive X-ray emission spectra, since
the character of the valence orbitals changes the most
between different chemical species. Figure 21 sketches
the various fluorescence transitions to a 1s core hole
in MnO. The binding energy of the manganese 1s core
hole is approximately 6540 eV. Dipole transitions are
possible from the manganese 2p, 3p, and 4p levels.
This gives, respectively, 1s2p (KR), 1s3p (Kâ1,3), and
1s valence band (Kâ2,5) X-ray emission.83 The man-
ganese 4p states are hybridized with the oxygen 2s
and 2p states. This induces X-ray emission peaks at
energies related to the oxygen 2s and 2p states. The

peak related to the 2s state is sometimes referred to
as crossover X-ray emission. The peaks related to the
oxygen 2p bands are the valence band X-ray emission
spectra. Apart from dipole X-ray emission, there can
be quadrupole X-ray emission directly from the 3d
states.

Figure 22 shows a comparison of a Kâ, crossover,

and valence band X-ray emission spectra of MnO.8
As indicated in the figure, there is a Kâ peak related
to manganese 3p core holes, the crossover peak
related to oxygen 2s core holes, and the valence band
realted to oxygen 2p holes. Figure 23 shows a series
of valence band X-ray emission spectra for manga-
nese oxides. The bottom two spectra are manganese
metal and MnF2. The energy of the valence band
peak in the oxides shifts approximately 1 eV per
increment in oxidation state. This is indicated in the
inset.8

The intensities of the crossover peaks change
significantly in the various oxides indicated in Figure
24. The integrated intensity of the crossover peak can
be normalized by the main Kâ region, correcting for
the number of oxygen atoms per Mn. Assuming that
the integrated intensity per Mn of the main Kâ region

d2σ

dΩdω
∼ |∑

φx

〈2p53d6|D|1s13d6〉〈1s13d6|Q|3d5〉

E1s13d6 - E3d5 - pω - iΓ1s
|2 (16)

Figure 21. X-ray emission decay to a 1s core hole in MnO.
Indicated are, respectively, 1s2p (KR), 1s3p (Kâ1,3), and 1s-
valence band (Kâ2,5) X-ray emission.

Figure 22. 1s3p, crossover, and valence band X-ray
emission spectrum of MnO. The intensity is given on a
logarithmic scale.
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is chemically invariant, this procedure yields the
relative crossover transition probability per Mn-O
pair. The inset of Figure 24 shows that the bond
length varies exponentially with distance, and it can
be concluded that the intensity of the crossover peak
can be used as a tool to determine Mn-O distances
to within 0.1 A° .8

V. 2p X-ray Emission
The 2p core levels of the 3d transition metals are

positioned in the soft X-ray range between 400 and
1000 eV. As discussed in section III, the 2p X-ray
absorption spectra are dominated by multiplet effects
and do show a complex multipeaked spectral shape.
This makes 2p X-ray emission ideally suitable for
resonance studies. Therefore, this begins with a
discussion of the resonant 2p X-ray emission spectral
shapes. Both 2p3s and 2p3d resonant X-ray emission
will be discussed.

If the core hole is created with an energy close to
the 2p absorption edge, the X-ray absorption and
X-ray emission processes do occur coherently and the
overall 2p3d process (of a 3d5 ground state) is
described with the Kramers-Heisenberg formula

This formula forms the basis of all resonant X-ray
processes. The intensity (I) is given as a function of
the excitation (ω) and the emission (ω′) energies. The
initial state (3d5) is excited to an intermediate state
(2p53d6) with the dipole operator (ê‚r), and the second
dipole operator (ê′‚r) describes the decay to the final
state (3d5). The denominator contains the binding
energy of the intermediate state and its lifetime

broadening. A resonance occurs if the excitation
energy is equal to the binding energy of the inter-
mediate state. Looking at the MnO 2p X-ray absorp-
tion spectrum of Figure 11, each multiplet line can
give rise to a different resonant 2p3d X-ray emission
spectral shape.

The general spectral landscape can be viewed as a
two-dimensional space with axis ω and ω′. Figure 26
shows a contour plot of the 2p3d resonant X-ray
emission spectrum of NiII using a crystal field of 1.
12 eV to simulate NiO. The darkest area has the
highest intensity. The horizontal axis shows the
X-ray excitation energy. The main peak of the 2p
X-ray absorption spectrum of NiO has an energy of
855.7 eV with a shoulder at 857.5 eV.50 The vertical
axis shows the X-ray energy loss, that is the energy
of 0.0 eV means that the 2p3d decay energy is equal
to the 2p3d excitation energy, in other words this
refers to resonant elastic scattering. There is a large
peak visible with its peak position at (855.7 eV, 0.0
eV). There is a second peak at an energy loss of 1.1
eV. This peak relates to a ligand-field excitation from
the 3A2 ground state to the 3T2 excited state. A third
peak is visible at approximately -2.0 eV.

A number of cross sections can be made. This paper
focuses on the (resonant) X-ray emission spectral

Figure 23. Logarithmic intensity plot of Kb spectra for a
variety of Mn complexes: (top to bottom) MnO, LiMn2O4,
ZnMn2O4, Li2MnO3, MnO2, KMnO4, A Mn(IV) complex, Mn
metal, and MnF2. (inset) Kâ2,5 main peak energies as a
function of Mn formal oxidation state. (Reprinted with
permission from ref 8. Copyright 1999 Elsevier Science.)

I(ω,ω′) ∼ | ∑
2p53d6

〈3d5|ê′‚r|2p53d6〉〈2p53d6|ê‚r|3d5〉

E2p53d6 - E3d5 - pω - iΓ2p
|2

(17)

Figure 24. (top) Kâ′′ and Kâ2,5 regions for samples with
Mn-F, Mn-O, and Mn-N ligation. (bottom) Kâ′′ and Kâ2,5
regions of manganese oxides with different Mn oxidation
states. (top to bottom) KMnVIIO4, [Et4N][MnV(O)(η4-L)],
â-MnIVO2, LiMnIIIMnIVO4 and ZnMnIII

2O4, MnIIO, Li2-
MnIVO3. (inset) Normalized intensities of Kâ′′ as a function
of Mn-O distance. (Reprinted with permission from ref 8.
Copyright 1999 Elsevier Science.)
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shape excited with a fixed energy. This will be
indicated as Iω

XES(ω′). In Figure 25, this relates to

vertical cross sections. For example, the resonant
X-ray emission spectrum excited at 855.7 eV relates
to a vertical line at 855.7 eV. If the excitation energy
is (far) above a resonance, this is normal X-ray
emission or fluorescence. Close to a resonance, it is
called resonant X-ray emission. With 2p3d resonant
X-ray emission, one studies the elementary excita-
tions by probing the energy difference between the
initial and final state. These spectra can be plotted
in two ways: (1) as resonant X-ray emission spectra,
i.e., Iω

XES(ω′), or (2) as resonant inelastic X-ray
scattering Iω

XES(ω′ - ω). These spectra are off course
exactly the same, but if one compares spectra excited
at different excitation energies, the resonant X-ray
emission spectra shift with the excitation energies
while the RIXS spectra align all elementary excita-
tions. RIXS can be used to study, for example, the
dd excitations in transition metals as will be dis-
cussed below.41

Another cross section is to measure the X-ray
absorption spectrum at a fixed emission energy:
Iω′XAS(ω). This relates to the diagonal line in Figure
25. It is this mode that is used in selective XAFS,
discussed in section VII. From Figure 25 one can
derive the information on the effective lifetime re-
lated broadening. The 2p intermediate state lifetime
broadening has been made artificially large and the
full-width half-maximum is about 2.2 eV, indicated
by the distance between the two dots. The lifetime
broadening of the 3d final state has been set to fwhm
) 0.32 eV. If one measures along the diagonal Iω′XAS-
(ω), the two points where the line crosses the half-
maximum point are indicated with dots. Reading of
the difference in excitation energy one finds about
0.3 eV. This is a graphical illustration of the ‘disap-
pearance’ of the intermediate-state lifetime broaden-
ing that will be discussed in more detail in section
VII. The effective lifetime broadening of selective
X-ray absorption (for a single peak) is equal to

1/x[(1/Γ2p
2 ) + (1/Γ3d

2 )],32 which for the present case
gives 0.29 eV. It is interesting to compare this with
off-resonance X-ray emission where the effective
lifetime broadening equals Γ2p + Γ3d, which is 2.52
eV in the present case.

A. 2p3s Resonant X-ray Emission
Before returning to the 2p3d resonant X-ray emis-

sion spectra, the 2p3s resonant X-ray emission
spectra will be discussed first as the 2p3s case gives
a good opportunity to describe essentially all peaks
with a simple model. The calculation of the 2p3s
resonant X-ray emission spectra of CaF2 will be
followed. The X-ray absorption spectrum of CaF2 has
been given in Figure 10. In resonant 2p3s X-ray
emission, one is exciting at all seven peaks in the
absorption spectrum and measures the 2p3s X-ray
emission spectral shape, as measured by Rubensson
and co-workers.95,96 The 3s2p inelastic X-ray scatter-
ing cross section is dominated by resonant scattering
via the 2p53d1 intermediate states. It has been shown
that one can reduce the calculation to the transitions
of 3d0, via 2p53d1, to 3s13d1 states. The effects of
charge transfer are small and can be neglected. Both
the X-ray absorption and X-ray emission steps es-
sentially conserve the local charge, and it has been
shown that in those experimental conditions, ionic
systems such as CaF2 can be described in close detail
by the ligand-field approximation. One has to fill in
the X-ray absorption and X-ray emission steps in the
Kramers-Heisenberg formula

This calculation can almost be carried out ‘by hand’.
Starting from the situation in CaF2 with all bands
completely full, one has the advantage of strong
restrictions on the possible symmetry states. Ligand-
field multiplet calculations have been performed for
the 3d0 initial state, the 2p53d1 intermediate states,
and the 3s13d1 final states in cubic symmetry. The
3d0 initial state consists of only one state with 1A1
symmetry. The only 2p53d1 intermediate states that-
can be reached in X-ray absorption must have T1
symmetry, and as there will be seven of those
states.38 The 3s13d1 final states are split by only two
interactions, the 3s3d exchange and the cubic crystal
field. This gives a total of four peaks in the final state.
The complete calculation is then the transition of one
initial state via seven intermediate states to four final
states. The results of these seven absorption matrix
elements and 28 (in fact 49 due to degeneracies)31

emission matrix elements are fed into the Kramers-
Heisenberg formula and this gives Figure 26 as its
result.

Figure 27 gives the resulting resonant 2p3s X-ray
emission spectral shapes. One can observe that in all
comparisons of interference-on (solid line) and inter-
ference-off (dashed), the integrated intensities of the
solid and dashed line are equivalent or in fact
identical as the integrated intensity is conserved by

Figure 25. Contour plot of the resonant X-ray emission
channels of a NiII ion with its ligand field set at 1. 12 eV to
simulate NiO. The excitation energy is given on the
horizontal axis; the final state energy loss is shown on the
vertical axis.

I(ω,ω′) ∼

| ∑
2p53d1

〈3s13d1|ê′‚r|2p53d1〉〈2p53d1|ê‚r|3d0〉

E2p53d1 - E3d0 - pω - iΓ2p
|2 (18)
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a sum rule. Relatively large interference effects can
be seen for the spectra excited at 347.5 and 348.1 eV.
These two energies relate to weak excitations; hence,

the decay spectrum is dominated by the Lorentzian
tails of the neighbors. That is, interference effects are
largest if two channels have a comparable effective
strength at a certain energy. The experimental
results are reproduced with these calculations.

A topic not discussed in this paper is the conse-
quences of intermediate-state decay/relaxation, also
known as postcollision interactions,81 as observed in
the experimental spectra. These decay channels do
give rise to nonresonant X-ray emission. Far above
the edge the situation is clear and these nonresonant
channels are the normal fluorescence lines at con-
stant energy, but the nonresonant channels close to
and even at resonance present a theoretical challenge
as they can (and will) be different both from resonant
X-ray emission and also from the normal nonreso-
nant channels. To shed light on this situation, one
has to understand in great detail what happens
exactly in the various relaxation and decay channels,
both elastic as inelastic. In solids this is a dramati-
cally complex situation and little is known quanti-
tatively. The situation is a bit better known in atomic
spectra, and the interested reader is referred to those
papers, for example, the recent review by Gel-
′mukhanov and Agren.53

B. 2p3d Resonant X-ray Emission
The first high-resolution 2p3d resonant X-ray

emission experiments have been carried out by the
group of Nordgren.17,18,57,86 Figure 28 shows the
resonant 2p3d X-ray emission spectra of MnO. The
absorption spectrum of MnO has been discussed in
section II. On various positions of the 2p X-ray
absorption spectrum, the resonant 2p3d X-ray emis-
sion spectrum has been measured as indicated at the
top of Figure 28. The spectra have been simulated
with an atomic multiplet calculation of the 2p3d
matrix elements fed into the Kramers-Heisenberg
formula. (In the curves in Figure 28, interference
effects have been omitted.) It can be seen that the
experimental spectra are essentially reproduced.16

Including ligand fields, charge transfer, and interfer-
ence effects improves the comparison.13

In Figure 28 one can see the elastic peak related
to transitions of the 3d5 ground state via any 2p53d6

intermediate state back to itself. In addition, one
observes peaks at constant energy loss, for example,
at about -4.0 eV. These peaks relate to dd transi-
tions. They essentially map the Tanabe-Sugano
diagrams of the electronic configurations of a 3d5

ground state. It is important to notice that the
relative intensity of these various peaks is not
constant over the excitation energies but varies. This
is an indication of the relative matrix elements from
the 2p53d6 intermediate states back to the 3d5 states.
In spectra f, g, and h, one also observes a peak
shifting to higher energy losses. This is a signal of
the off-resonant 2p3d fluorescence that is visible
because of the relaxation of the intermediate states.

1. Charge-Transfer Transitions and dd (ff) Transitions

Butorin recently published a series of 2p3d reso-
nant X-ray emission spectra experiments for FeCO3,
CoO, NiO, and LaCoO314. The 2p3d spectra of FeCO3

Figure 26. Plot of the two-dimensional resonant land-
scape of CaF2. The excitation energy is given on the x axis;
the final-state energy is given on the y axis. (Reprinted
from ref 31. Copyright 1996 American Physical Society.)

Figure 27. Cross sections through Figure 22 at the
excitation energies as indicated on the right. The dotted
lines give the decay of only the excited state at precisely
the energy indicated. The dashed lines include the Lorent-
zian tails of the neighboring states, and the solid lines
include interference effects. (Reprinted with permission
from ref 31. Copyright 1996 American Physical Society.)
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could be nicely explained with ligand-field multiplet
calculations, while the other oxides needed the inclu-
sion of charge-transfer effects. The calculations con-
firm that it is crucial to include the correct angle
between incoming and outgoing X-rays, i.e., the
correct combinations of X-ray polarization. The NiO
and CoO spectra excited at the charge-transfer satel-
lites of the 2p X-ray absorption reveal large satellites
in the resonant X-ray emission. These satellites are
positioned at a similar X-ray energy as the off-
resonance 2p3d X-ray emission, but the charge-
transfer multiplet calculations show that they are
caused by resonant satellites related to a final state
with a ligand hole. The transition can be envisaged
as 3dN f 2p53dN+1 + 2p53dN+2L f 3dN+1L, where the
initial and final states are simplified to their main
configuration, i.e., one observes the charge-transfer

excitation. The situation of the 3d4f resonant X-ray
emission spectra of the rare-earth metals is very
interesting. One can beautifully observe the reso-
nances of the charge-transfer satellites.15,19,73 In
addition, one observes ff transitions from which one
can determine the crystal-field values of the 4f
electrons.14

2. Coster−Kronig Transitions

Hague and co-workers59 recently showed that in
the case of resonant X-ray emission of TiCl4 mol-
ecules, it is not enough to include only the direct
resonances as described with eq 18. In addition, the
three-step transition via a Coster-Kronig decay
channel must be added to describe the observed
spectral shapes.

Equation 19 shows the Kramers-Heisenberg formula
for this three-step pathway. The initial and final
states are 3d0 + 3d1L. The intermediate states X1 and
X2 have a configuration 2p53d1 + 2p53d2L. In ref 59,
transitions to the continuum have also been included.
It was shown that the experimental spectral shapes
could only be described correctly with the inclusion
of both the Coster-Kronig channel and the explicit
inclusion of continuum states.

3. Spin-Flip Transitions

Above it was shown that resonant 2p3d X-ray
emission can give information on dd excitations and
charge-transfer excitations. Also, other low-energy
excitations can be studied, for example, it has been
shown77 that spin-flip transitions can be observed in
resonant 2p3d and 3p3d X-ray emission of nickel and
copper oxides.41

Figure 29 shows the resonant 2p3d X-ray emission

Figure 28. Mn 2p3d resonant X-ray emission spectra of
MnO recorded at different excitation energies near the Mn
2p threshold, as indicated in the X-ray absorption spectrum
at the top. The experimental spectra (‚ ‚ ‚) are plotted as
energy loss spectra and are compared to atomic multiplet
calculations for the MnII ion (s). (Reprinted with permis-
sion from ref 16. Copyright 1996 American Physical
Society.)

Figure 29. Resonant 2p3d X-ray emission spectra of a NiII

system in octahedral symmetry, using the crystal-field
parameter of NiO. Indicated are Fxx scattering (s), Fzx
scattering (- - -), and the total scattering (s). The X-ray
absorption spectrum is given with dots. The symmetries
of the states are given at the middle spectrum. (Reprinted
with permission from ref 41. Copyright 1998 American
Physical Society.)

I(ω,ω′) ∼

|∑
X1X2

〈3d0 + 3d1L|ê′‚r|X2〉〈X2|HCK|X1〉〈X1|ê‚r|3d0 + 3d1L〉

(EX1
- E3d0

- pω - iΓ2p)(EX2
- E3d0 - pω - iΓ2p) |2 (19)
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spectra at the 2p X-ray absorption spectrum of NiO.
This figure is related to Figure 25 discussed above.
The resonant elastic peak of 3A2 symmetry is visible
at 0.0 eV, and the dd transitions to the 3T2, 3T1, and
1E states are visible at energies of 1.1 eV and at about
2.0 eV energy loss. However, some additional peaks
are visible at low-energy loss. For example, a peak
is visible at about 0.25 eV. This peak can be assigned
to a spin-flip transition in which a NiII ion flips its
spin state from +1.0 to -1.0 (or reversed). The
consequence of this spin flip is that the antiferro-
magnetic neighbors now see an apparent ferromag-
netic neighbor and the energy involved is the energy
loss observed in resonant X-ray emission. The spin-
flip peak is highest at an excitation energy of 858 eV
that is at the shoulder of the 2p X-ray absorption
spectral shape. The reason is that this shoulder
relates to a state in which the 2p and 3d electrons
are essentially antiparallel aligned, in contrast to the
parallel alignment of the main peak. This antiparallel
alignment facilitates the spin-flip transitions to occur.

It is good to note that in the literature two
completely distinct transitions are called spin flip.
There is the spin flip as described above that is
related to the transition of a ms ) -1 state to a ms
) +1 state. The other usage of the term spin flip is
given to transitions in which the spin ‘flips’ from, for
example, a sextet state to a quartet state. These types
of ‘spin flip’ can be seen in all but the elastic
transition in Figure 28. The total spin state has been
modified in such a spin-flip transition. In my opinion
it is better to refer to such transitions simply as dd
transitions.

The measurement of spin-flip transitions is impor-
tant for the study of the antiferromagnetic coupling
in transition-metal oxides. There is, however, an
experimental complication which is that the overall
resolution of the experiment should preferably be on
the order of 0.2 eV. This is at the edge of the present
technology and still suffers from low intensities. A
first measurement has been performed by Kuiper and
co-workers using the 3p3d resonance instead of
2p3d.77 In the future, more studies of the spin-flip
effect are expected to yield important new informa-
tion on the magnetic couplings in transition-metal
oxides and other transition-metal systems.

From the discussion of the 2p3d resonant inelastic
X-ray scattering, it is concluded that there are many
aspects that must be included for a correct descrip-
tion of the spectral shapes. It depends essentially on
the resolution (and system) used and what excita-
tions and pathways must be included. In principle,
one can extend the model further by adding other
configurations and pathways. Important excitations
one can observe are charge-transfer transitions, dd
transitions, and spin-flip transitions. Excitations into
the continuum and Coster-Kronig three-step path-
ways could until now only be established in molecular
systems. This must be related to a difference in
electronic structures between molecular systems and
solids.

VI. X-ray Magnetic Circular Dichroism
X-ray magnetic circular dichroism (X-MCD) is an

important phenomenon in both X-ray absorption and

X-ray emission. The magnetic structure of a system
is studied by making use of circular or linear polar-
ized X-rays. In the last 10 years many papers have
been published on X-MCD. In this review, some
general features of X-MCD are discussed. A recent
overview is given by Duda.47 The focus is on X-ray
emission MCD, and in line with the historic develop-
ment, X-ray absorption MCD is introduced first.

A. MCD in X-ray Absorption
The MCD effect in X-ray absorption is defined as

the difference in absorption between left- and right-
polarized X-rays. A nonzero MCD effect is observed
only in magnetic systems (the natural dichroism
effects are neglected). The MCD effect has a maxi-
mum if the polarization vector of the X-ray is parallel
or antiparallel to the magnetization vector of the
system.

The MCD effect in X-ray absorption has been
measured for the first time by Schütz and co-
workers.49 They showed that the absorption cross
section is different for left- and right-polarized X-rays.
The difference between the left- and right-polarized
X-rays was shown to be proportional to the spin-
polarized density of states. Using the proportionality
between X-ray absorption (IXAS) and the density of
state (F) as the starting point, one obtains

where IL denotes left- polarized X-rays and IR denotes
right-polarized X-rays. F+ and F- relate to, respec-
tively, spin-up and spin-down density of states. The
proportionality factor Pe is the Fano factor. The
original paper used the iron K edge as an example
and did find a small effect, in other words, did find a
Fano factor of approximately 0.01. It was later shown
that this small MCD effect was particular to the use
of a 1s core level and was related to the absence of a
core hole spin-orbit coupling. For details on many
aspects of this effect, the reader is referred to the
book Spin-orbit influenced spectroscopies of magnetic
solids.48

If a core level has spin-orbit coupling, the MCD
effect in X-ray absorption is much larger. If one
neglects the overlap of the core and valence wave
functions and uses single-electron transition matrix
elements, one can simply explain the size of the MCD
effect.49 For example, p f d transitions have relative
magnitudes for parallel and antiparallel alignments
at the 2p3/2 edge of P3/2 ) 5 and A3/2 ) 3, respectively.
The related numbers at the 2p1/2 edge are, respec-
tively, P1/2 ) 1 and A1/2 ) 3. This directly yields the
relative intensity of the 2p3/2 and 2p3/2 edges of 8:4.
The MCD effect is given as (P - A)/(P + A), leading
to +1/4 for the L3 edge and -1/2 for the L2 edge.

An important development in the use of X-MCD
was the development of sum rules by Thole and co-
workers.107 It was shown that the integral of the
X-MCD signal could be related to the ground-state
expectation value of the orbital moment 〈Lz〉. A second
sum rule was postulated relating the weighted inte-
gration of the L3 edge plus the L2 edge to an effective

IMCD ≡ IXAS
L - IXAS

R

IXAS
L + LXAS

R
) Pe

F+ - F-

F+ + F-
(20)
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spin moment. Many papers deal with the validity,
derivation, and experimental complications of the
sum rules. The reader is referred to the Theo Thole
memorial issue of the Journal of Electron Spectros-
copy.34

Recently, the X-MCD signal at the L2,3 edges has
been used as a probe signal for microscopy using a
photoemission electron microscope (PEEM).85,100,102 In
addition, the MCD signal has been used for nano-
second time-resolved studies by the group of Alain
Fontaine.79

1. MLD in X-ray Absorption

Magnetic linear dichroism (MLD) is essentially the
angular dependence of the absorption cross section.
This is an often used technique in X-ray absorption,
in particular to study directional variations in the
electron density, used, for example, for surfaces and
single crystals and to disentangle dipole and quad-
rupole contributions.101 In 1985, Thole and co-work-
ers109 predicted a strong magnetic effect on the
polarization dependence, an effect that became stud-
ied as X-MLD in the last 15 years.

In contrast to X-MCD that probes the magnetic
direction, X-MLD only probes the orientation of the
magnetic moment, in other words it probes the
squared expectation value of the magnetic moment.
This automatically implies that X-MLD can intrinsi-
cally not make a distinction between magnetic effects
and other effects that cause a directional variation
of the absorption cross section. To study a magnetic
effect with X-MLD, one always has to make sure that
the effect is indeed magnetic in origin, for example,
by a measurement of the same system without being
magnetically ordered. The same reasoning applies to
MLD in X-ray emission.

B. MCD in X-ray Emission

In 1991, Strange and co-workers104 pointed out that
dichroism in X-ray emission spectra can be studied
with incident photons that are circularly polarized.
It was argued that such an experiment would probe
the spin-polarization of the valence band. These
experiments are discussed below, where soft X-ray
and hard X-ray experiments will be differentiated,
i.e., decay to metal 2p and metal 1s core holes,
respectively.

If one uses circularly polarized X-rays for the
excitation process, naturally this has consequences
for the resonant X-ray emission spectra. The basic
idea is that the use of circular polarization for the
2p core excitation will create an imbalance between
2p spin-up and spin-down core holes (with respect
to the magnetization of the 3d valence electrons).
This imbalance implies that detecting the decay of
the 3d valence band electrons to the polarized 2p core
hole will create an imbalance in the spectral shape
that is proportional to the spin polarization of the
conduction band. With this starting point in mind,
many experiments have been carried out.9,22,58,68 It
turned out that the situation in the soft X-ray range
is complex because of both experimental and theo-
retical complications.

On the level of a single-particle analysis, already
the situation is complex. The single-particle analysis
assumes that the MCD effect can be described by the
p f d matrix elements only. This approach can be
found in the works of Erskine and Stern,49 Stöhr and
Wu,103 Jo and co-workers,65-67 and Kuiper.76 In the
last reference the argument was used that spin is not
a constant of motion in the 2p core hole state.
Because of the large core hole spin-orbit coupling,
the spin of the core hole will not remain aligned with
the spin of the photoelectron. This has direct conse-
quences on the nonresonant and resonant X-ray
emission MCD effects.76

An important experimental complication is the self-
absorption-caused saturation effects. A high concen-
tration of the element that is absorbing the X-rays
implies that an emitted X-ray emission signal can be
re-adsorbed before leaving the sample to be measured
at the detector. Saturation effects affect the X-ray
emission spectral shapes, including the MCD effects.
In principle, they can be corrected for, but in the case
of concentrated systems, this is a nontrivial exer-
cise.10 Braicovich and co-workers recently showed
that by using the 2p3s X-ray emission channel, self-
absorption effects can be excluded.11 This paper used
the fact that there is an angular dependence of the
fluorescence and of the MCD effect therein.42,108

In the hard X-ray range, most of the experimental
complications disappear. However, it is known that
the K-edge MCD effect is very small.49 There has
been a series of studies on the MCD effect of the rare-
earth L edges. Figure 30 shows the MCD effect in
the 2p3/23d X-ray emission spectrum of Gd metal.5,74,75

By taking care of the multiplet interactions and the

Figure 30. Comparison of the calculated 2p3d X-ray
emission spectral shape (s) with the 2p3/23d experimental
results (‚ ‚ ‚). (Reprinted with permission from ref 42.
Copyright 1997 American Physical Society.)
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angles between incident X-rays, emitted X-rays, and
magnetic field, one can simulate the experimental
spectra as shown in Figure 30.

1. MLD in X-ray Emission
In analogy with absorption magnetic linear dichro-

ism (MLD), the X-ray emission MLD effect is the
angular dependence of the X-ray emission cross
section with respect to the magnetization vector.

Figure 31 shows the magnetic linear dichroism
effect in the Yb 2p1/24d X-ray emission spectrum of
Yb3Fe5O12.40 X-ray emission spectra were recorded at
110° and 150° scattering angles, corresponding to an
angle between the magnetic field direction and the
emitted X-rays of 70° and 30°, respectively. The
bottom spectrum shows the difference between these
two detection angles. From this difference spectrum,
the MLD spectrum can be derived by extrapolating
the spectra to the situation of, respectively, parallel
and perpendicular magnetic fields and detection
directions. This MLD effect can nicely be reproduced
with multiplet calculations.40

It is interesting to look at the difference between
this MLD experiment and the MCD X-ray emission
experiments. In these MCD experiments, the dichro-
ism is part of the excitation step, while in the
emission MLD effects discussed above, the linear
dichroism is part of the decay step. Note that both
the MCD- and emission MLD-integrated intensities
are equal to zero.40

In the case of emission MLD, this is evident as the
total X-ray emission integrated over an edge must
be spherically symmetric, because only core levels are
involved in the X-ray emission process itself. This
implies a zero integrated intensity over the MLD
effect in the 2p4d X-ray emission spectrum. In
principle, one could envisage a finite emission MLD
effect for the 2p1/2 edge, which is compensated for at

the 2p3/2 edge, similar to the situation in the MCD of
soft X-ray absorption. The 2p spin-orbit coupling,
however, is so large that the 2p1/2 and 2p3/2 states can
be assumed to be pure, implying zero integrated
intensity for the emission MLD effect. The same is
true for the MCD effect, as the electron is excited
from a core state to a continuum state some 100 eV
above the edge, where no significant MCD effect is
expected in the absorption. While the integrated
intensity of the MCD and emission MLD effects is
zero, their amplitude is proportional to the 4f mag-
netization, because it is the 4d4f exchange interaction
which gives rise to the appearance of the dichroism
signal. It therefore shares this sensitivity with the
3d and 4d absorption MCD and absorption MLD
spectra of the rare-earth metals. It can be shown that
the size of the emission MLD effect appears as a
property that is sensitive to the 4f magnetic moments
of the rare-earth metals. This technique is therefore
complementary to absorption MCD spectroscopies at
the rare-earth 3d and 4d edges, which have to be
performed in the soft X-ray regime. This technique
can obviously be extended to 3d transition-metal
systems where the 1s2p and 1s3p X-ray emission
channels will have a MLD effect that is, in this case,
sensitive to the 3d magnetic moment. Magnetic linear
dichroism in X-ray emission is likely to become a
useful new technique in the study of magnetic
materials, since it circumvents the intrinsic compli-
cations of soft X-ray spectroscopies such as a high-
vacuum environment and electron detection. Fur-
thermore, the use of hard X-rays implies that the
technique is a bulk-sensitive probe and in situ
experiments will be possible.

E. Spin-Polarized 1s2p and 1s3p X-ray Emission
Spin-polarized 1s2p X-ray emission does not make

use of any spin detector or circular-polarized X-rays,
but instead uses an internal spin reference, namely,
the intermediate state with its 1s core hole.

It has been eluded already in section III that 1s2p
and 1s3p X-ray emission spectra are spin-polarized.
In all models discussed to interpret these spectra
there will always be a small exchange interaction
between the 1s core hole and the 3d electrons. The
result is that in the calculations each transition is
essentially split into two subpeaks split by the 1s3d
exchange. The energies involved are only a few meVs,
and as a result there will be no visible effects in the
spectral shape. So why is this an interesting and in
fact very useful effect?

The reason is that in the final state the configura-
tions are 3p53dN and, as discussed, the 3p3d exchange
interaction is very large, creating in a first ap-
proximation a main peak that is spin-up and a
satellite at some 15 eV distance that is spin-down.
Things are not as easy as this simple division, and
to calculate the actual division into spin-up and spin-
down, it is very useful to make use of the small 1s3d
exchange interaction in the calculations. Because the
1s2p and 1s3p X-ray emission channels will conserve
their spin state, the two 1s intermediate states will
essentially map the spin-up and spin-down states,
refer to the paper of Wang and co-workers for
details.121

Figure 31. (top) 2p1/24d X-ray emission spectral shape as
a function of X-ray emission energy at detection angles of
30° (‚ ‚ ‚) and 70° (s). (bottom) Difference spectrum (70°-
30°). (Reprinted with permission from ref 40. Copyright
2000 American Physical Society.)
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Figure 32 shows the separation into spin-up and
spin-down using ligand-field multiplet calculations.
The situation does not change significantly if one
includes charge transfer.36,121 One can immediately
see that the 1s2p X-ray emission spectra only have
a minor separation into spin-up and spin-down. Both
the main peak and the satellite essentially show a
shift between spin-up and spin-down. The situation
is completely different in the case of the 1s3p X-ray
emission spectra. Here a pure spin-down peak is seen
for the satellite, while the main peak is mostly spin-
up. This is particularly clear in the middle of the
series where the exchange interaction is largest. It
is because of this difference between 1s2p and 1s3p
spectra that the 1s3p spectra can ideally be used to
perform spin-selective X-ray absorption experiments
that will be discussed in section VII.

VII. Selective X-ray Absorption
Selective X-ray absorption is an experiment that

makes use of a particularly chosen X-ray emission

decay channel.42 One could also use a photoemission/
Auger channel, but these experiments will not be
discussed in this paper. The onset of selective X-ray
absorption can be found in the work of Hämäläinen
and co-workers, who showed that selective X-ray
absorption effectively removes the lifetime broaden-
ing61 and who later showed the possibility of measur-
ing spin-dependent X-ray absorption.60

In section V, it was pictorially shown that the
lifetime broadening effectively is removed if one
measures selective X-ray absorption at resonance.
Here the discussion on lifetime broadening disap-
pearance will be extended. Figure 33 shows sche-

matically the excitation of a 1s core electron at 3000
eV to the edge. One detects the 3p electrons that
decay to the 1s hole. The lifetime broadening of the
1s level is chosen to be very large, and the 3p level is
chosen to be infinitely sharp. Then by putting the
energy difference between excitation and decay ex-
actly to 1000 eV, one detects only those electrons that
go from the 3p level to the 1s level, following the 1s
to edge excitation. In this process the broadening of
the 1s level does not matter, for example, the two
processes indicated by the arrows both are possible
and are detected at the same energy difference. The
exact description of the removal of the lifetime
broadening is the Kramers-Heisenberg formula as
discussed above. One can rewrite this formula by
assuming that there is no interference, which is
certainly a correct assumption in the case of 1s core
hole intermediate states. This removes the denomi-
nator and gives

The summation of the X-ray emission matrix element
yields a constant (IXES) and can be removed from the
formula. What remains is analogous to the normal
XAFS

Figure 32. Theoretical spin-polarized 1s2p (top) and 1s3p
(bottom) X-ray-emission spectra of the divalent 3d transi-
tion-metal ions using the ligand-field multiplet calculation.
Plotted are spin-down (s) and spin-up spectra (‚‚ ‚).
(Reprinted with permission from ref 121. Copyright 1997
American Physical Society.)

Figure 33. Removal of the lifetime broadening. An
electron is excited from the broad 1s core level to the edge
and a 3p electron fills the 1s hole. The detector is set at an
energy equal to the binding energy of the 3p state. In that
case, it does not matter if the top or bottom transitions do
take place (see text).

I(ω) ∼ ∑
f

∑
x

〈Φf|ê‚r|Φx〉
2〈Φx|ê‚r|Φi〉

2 (21)
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It can be seen that the matrix element concerns the
intermediate-state Φx, for example, a 1s state, and
the delta function (that is rewritten to a Lorentzian
broadening) contains the final state and initial state,
without the intermediate state. In other words, the
lifetime broadening of the intermediate state is
completely removed from the equation. In section V
it was shown that in the case of 2p core holes,
interference effects modify this picture a little bit, but
the essential conclusion remains that selective X-ray
absorption can measure X-ray absorption spectra
with a resolution much better than the core hole
lifetime broadening.

It was shown that the combination of X-ray ab-
sorption and X-ray emission gives us (a) lifetime
broadening removed X-ray absorption and (b) spin-,
valence-, and site-selective X-ray absorption.

A. Lifetime Broadening Removed X-ray
Absorption

One can make use of one of these possibilities to
improve upon the normal 2p X-ray absorption experi-
ments. That is, one can remove the 2p lifetime
broadening of ca. 4 eV and replace it by the 3d or 4d
lifetime broadening of less than 0.5 eV. This results
in enormously sharper L2,3 edges. Figure 34 shows

the platinum L3 edge with fluorescence yield X-ray
absorption (points) and with 2p3/23d-detected X-ray
absorption (dashed), both measured simultaneously
at beamline ID26 at ESRF. Details on the experiment
and the analysis will be published elsewhere. As
expected, the L3 is sharper if the 2p lifetime broaden-
ing is removed. This sharpening makes it possible
to measure the L3 edge with very high resolution,
provided the monochromator resolution is very good.
The high-resolution XANES spectra can be used to
study small variations in the lowest empty states.

B. Valence-, Spin-, and Site-Selective X-ray
Absorption

The central point of selective X-ray absorption is
to make use of a particular fluorescence channel to

measure the X-ray absorption spectrum. For ex-
ample, by measuring the X-ray absorption spectral
shape at the peak positions of the Kâ1,3 and the Kâ′
peaks, one can obtain the spin-selective X-ray ab-
sorption spectral shape.43,121 This is important for the
study of magnetic materials. This applies not only
to the XANES region, but just as well to the EXAFS
region, which allows for studies on the local geometry
that are, for example, separated for their spin.119,120

1. Valence-Selective X-ray Absorption
As shown in Figure 15, the 1s3p fluorescence

spectral shapes shift to higher energy with increasing
valence. One can tune the energy of the fluorescence
detector to the peak position of one valence and vary
the energy of the incoming X-ray, thereby measuring
the X-ray absorption spectrum of that particular
valence. This can be repeated for the other valence.
Consequently, one obtains separate X-ray absorption
spectra for the various valences present, in other
words valence-selective X-ray absorption.56

Recently, valence-selective X-ray absorption has
been applied to FeIII

4(FeII(CN)6)3 (Prussian Blue).
Prussian Blue can be considered the prototype of
mixed-valence compounds. It contains two kinds of
iron in different oxidation and spin states. The
ferrous ion presents a coordination shell constituted
by six carbons at 1.92 A° and is surrounded by six
nitrogens at 3.04 A° and six ferric ions at 5.08 A° . The
formal oxidation number is II, and the strong crystal
field exhibited by the carbon atoms yields a low-spin
ground-state configuration. The ferric ion FeIII has a
high-spin configuration. The bulk ratio FeIII to FeII

is 4:3. Glatzel and co-workers54 showed that the 1s3p
X-ray emission spectrum of Prussian Blue can be
simulated by a 4:3 ratio of the spectra of Fe2O3 and
K4Fe(CN)6. Using these two systems as a reference
for the FeIII and FeII spectra, valence-selective X-ray
absorption spectra were measured by tuning the
crystal analyzer to fluorescence energies that mainly
detect contributions from the element in one specific
site while the energy of the incident X-ray beam is
scanned through the iron K-edge region, including
the EXAFS. EXAFS analysis shows good agreement
of the FeIII and FeII sites with X-ray diffraction data.54

2. Spin-Selective X-ray Absorption
Figure 32 in section V.E explained the measure-

ment of spin-polarized X-ray emission spectra. Tun-
ing the detector to a photon energy related to either
spin-up or spin-down while scanning through an
absorption edge, the spin-polarized X-ray absorption
spectrum is measured. From Figure 32b, it is evident
that MnII is the ideal case to carry out spin-selective
X-ray absorption. It turns out that the critical
parameter is the number of unpaired 3d electrons.
The strong 3p3d exchange interaction will create
large splittings that reach a maximum for high-spin
3d5. The spin-selective X-ray absorption spectrum can
be measured for all systems that carry a local
moment on a transition-metal ion. This includes
ferromagnets, antiferromagnets, and paramagnetic
systems.

Spin-selective X-ray absorption was measured for
the first time by Hämäläinen and co-workers.60 By

I(ω) ∼ ∑
x

〈Φx|ê‚r|Φi〉
2 δEf-Ei-(pω-pω′) (22)

Figure 34. Platinum L3 edge measured with fluorescence
yield XAFS (‚ ‚ ‚) and with 2p3/23d detected XAFS (- - -).
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detecting the main peak and the satellite of the 1s3p
X-ray emission spectrum of the antiferromagnet
MnF2, they could measure separate X-ray absorption
spectra for spin-up and spin-down. It is interesting
to compare the spin-selective X-ray absorption spec-
trum with the MCD spectrum of ferromagnets. For
ferromagnets, the spin-selective X-ray absorption
spectrum identifies with the spin-polarized density
of states. As discussed in section IV.A (eq 20), K-edge
MCD measures the spin-polarized density of states
times the Fano factor. By measuring both the MCD
and the spin-selective X-ray absorption spectra of the
same system, one is able to determine directly the
magnitude of the Fano factor, including its potential
energy dependence. Measurements on a ferromag-
netic MnP sample did show a large energy depen-
dence of the Fano factor, reaching -4% at the edge
and decreasing to a much smaller value above the
edge.43,44

The measurement of spin-selective X-ray absorp-
tion is easiest for 3d5 systems. This, however, does
not imply that spin-selective X-ray absorption is
impossible for systems that have only one or two
unpaired electrons. Recently, Wang and co-workers121

measured the spin-selective X-ray absorption spec-
trum of the high-spin NiII system (PPh4)2Ni(SePh)4.
Using the spin-polarized signal of the 1s2p X-ray
emission main peak (cf. Figure 32a), the spin-selec-
tive X-ray absorption spectrum was measured.

3. Site-Selective X-ray Absorption

A final possibility is site-selective X-ray absorption.
This possibility arises from the oxygen to metal
crossover decay channel, i.e., the Kâ′′ peak in Figure
16. Because the oxygen 2s peak is present only for
the metal atoms that are neighbors to the oxygen,
one can measure the X-ray absorption spectra of only
those metal atoms. It is important to note that the
X-ray absorption (including EXAFS) analysis is es-
sentially the same as for normal X-ray absorption and
all atoms surrounding the excited atom do contribute
to the electron scattering. Only the X-ray excitation
and decay process is specific for one type of neighbor,
while the electron scattering determining the X-ray
absorption spectral shape is not. Site-selective X-ray
absorption opens a large range of new series of
experiments, but the intrinsic low intensity will make
it very hard experiments too.

It can be concluded that selective X-ray absorption
provides a new useful tool for the study of systems
that contain an element in two distinct situations.
This adds an extra advantage to the element selec-
tivity of normal X-ray absorption. Because only hard
X-rays are involved, further applications are envis-
aged in in situ characterization in fields such as
electrochemistry, heterogeneous catalysis, high-pres-
sure studies, etc.

VIII. Conclusions and Outlook

In this paper a review of high-resolution X-ray
emission and X-ray absorption experiments has
been given. The emphasis has been on the funda-
mental aspects of the interpretation and, in addition,

on recent advances in this field. The enormous
amount of (high-resolution) X-ray emission literature
from nonsynchrotron sources has been largely ne-
glected.

In conclusion, it can be remarked that at present
there is a situation in which X-ray absorption spectra
are analyzed either with density functional theory
for the 1s core levels or multiplet theory for all other
edges. X-ray emission always involves a core level
that necessitates multiplet analysis of the spectral
shape. The field of high-resolution X-ray emission is
still in a stage of large experimental progress, and
more and higher resolution spectra are expected
soon. This will in turn cause the theoretical inter-
pretations to become more refined. Some examples
of this development are the detection of spin-flip
transitions and the realization that Coster-Kronig
channels are important for a good description. A
picture of X-ray emission will never be complete
without the equivalent understanding of the nonra-
diative decay channels, i.e., resonant photoemission
and Auger.

Because high-resolution X-ray emission is a rela-
tively new technique at synchrotron radiation sources,
a large part of the experiments carried out today and
in the past can be envisioned as prototype experi-
ments. As such, they often belong to the realm of
physics. However, a number of dedicated hard X-ray
emission beamlines are projected and/or build at least
at the APS, ESRF, and HASYLAB. New soft X-ray
emission (resonant inelastic X-ray scattering) beam-
lines are present at, for example, ALS, MAXLAB, and
ELETTRA. These beamlines will make techniques
such as RIXS and selective X-ray absorption more
accessible to nonexperts, and it is expected that this
will largely extend the scope of experiments to be
performed. It is hoped that this review serves as a
good starting point for the planning of these experi-
ments in fields such as (bio)catalysis, coordination
chemistry, electrochemistry, magnetic devices, sur-
face science, etc.
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