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We study the magnetic coupling between a metal-coated near-field probe and a photonic crystal

nanocavity. The resonance of the nanocavity shifts to shorter wavelengths when the ringlike apex of the

probe is above an antinode of the magnetic field of the cavity. We show that this can be attributed to a

magnetic light-matter interaction and is in fact a manifestation of Lenz’s law at optical frequencies. We

use these measurements to determine the magnetic polarizability of the apex of the probe and find good

agreement with theory. We discuss how this method could be applied to study the electric and magnetic

polarizibilities of nano-objects.

DOI: 10.1103/PhysRevLett.105.123901 PACS numbers: 42.70.Qs, 42.25.Bs, 42.82.�m, 78.67.Pt

Photonic crystals are materials which provide a high
degree of control over the propagation of light at the nano-
scale [1]. The most striking examples are photonic crystal
nanocavities that can trap light in volumes comparable to
the cubed wavelength for many optical cycles [2]. Such
nanocavities currently have a broader linewidth compared
to their macroscopic counterparts, that have been used,
e.g., to trap single atoms [3] and to measure the size of
nanoparticles [4]. However, as the mode volume of pho-
tonic crystal nanocavities is typically up to 5 orders of
magnitude smaller than that of a microscale high-finesse
cavity, one can still obtain a much higher sensitivity when
studying the interaction of light with nano-objects.

Up to now, such investigations have focused on the
coupling between matter and the electric component of
light [4–6], as the material response to magnetic fields is
usually negligible at frequencies above a few terahertz
[7,8]. Recently, optical metamaterials have been developed
whose subwavelength geometry induces a magnetic re-
sponse at optical frequencies [9–13]. Given the resulting
interest in the magnetic properties of materials at optical
frequencies, a means to investigate magnetic light-matter
interactions is desirable. Photonic crystal nanocavities are
perfectly suited for such studies. Firstly, they are highly
sensitive to external perturbations. Secondly, since the
antinodes of the magnetic field inside the nanoresonator
occur at the nodes of the electric field, the magnetic and
electric response could be separately determined by
measuring the cavity response as a function of the position
of the nano-object. This technique could make it pos-
sible to measure the magnetic polarizibilities (i.e., the
optical magnetic ‘‘size’’) of any nano-objects, not only
metamaterials like split-ring resonators, but even smaller
objects like quantum rings, carbon nanotubes, or atoms,
whose magnetic properties at optical frequencies are
unexplored.

In this work, we study how the resonance frequency of a
photonic crystal nanocavity shifts when we bring a near-
field aperture probe in close proximity to the surface of the
cavity. When the metallic ringlike aperture of the probe is
above an antinode of the magnetic field, we observe that
the cavity resonance shifts to shorter wavelengths. From
this blueshift, we determine the magnetic polarizability of
the near-field aperture and find excellent agreement with
theory. Based on this result, we discuss the feasibility of
this method to measure the magnetic polarizability of even
smaller nano-objects.
The essential parts of our experiment are a nanocavity

and a nanoprobe, as shown in the schematic of Fig. 1(a).
The nanocavity consists of three missing holes in a two-
dimensional photonic crystal, which is a periodically per-

(a)

(b) 800 nm

(c) 200 nm x
y

z

r1
r2

Bz

j

(d)

r
r

2

1

=200 nm
=100 nm

FIG. 1 (color). (a) Schematic of the experiment. Light is
loaded into a photonic crystal nanocavity via a side-coupled
photonic crystal waveguide. A metal-coated nanoprobe is used to
perturb the cavity. (b) Scanning electron micrograph of the
photonic crystal nanocavity and access waveguide.
(c) Scanning electron micrograph of the aperture probe, which
consists of a silica core coated by aluminum. (d) Schematic of
the ring that models the apex of the probe. Here, r1 ¼ 100 nm
and r2 ¼ 200 nm are the inner and outer ring radius, respec-
tively, and j is the magnetically induced current density.
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forated, 250-nm-thick freestanding silicon membrane. The
cavity is side coupled to a photonic crystal waveguide,
which is a missing row of holes separated from the cavity
by three rows of holes [Fig. 1(b)]. The resonance of the
unperturbed cavity lies at a vacuum wavelength of �r0 ¼
1534:6 nm and has a quality factor of Q0 ¼ 6500. We
excite the cavity by coupling light of wavelength � from
a continuous-wave diode laser into the access waveguide.
A metal-coated near-field probe is placed in the evanescent
field at a constant height of 20 nm above the sample surface
[Fig. 1(a)]. The probe consists of a tapered single-mode
optical fibre coated by a 100-nm-thick aluminum layer and
treated with focused-ion-beam milling to obtain a dielec-
tric aperture with a diameter of 200 nm [Fig. 1(c)]. In order
to characterize the interaction between probe and cavity,
we detect the transmittance of the access waveguide. By
raster-scanning the probe over the cavity surface, the trans-
mittance Tðx; y; �Þ of the structure as a function of in-plane
probe position (x, y) and wavelength � is obtained.

In the following, we will analyze the normalized trans-
mittance �Tðx; y; �Þ ¼ Tðx; y; �Þ=T0ð�Þ, where T0 is the
transmittance acquired when the perturbing probe is far
away from the cavity. Note that �T can exceed unity if the
perturbed transmittance is larger than the unperturbed one.
Figure 2(a) displays a map of �Tðx; y; �Þ obtained at the
resonance wavelength �r0 of the unperturbed nanocavity.

The blue regions indicate a decrease of transmittance
whereas the yellow regions are associated with an increase.
These variations can be understood by looking at Fig. 2(b)
which depicts the normalized transmittance spectrum
�Tðx0; y0; �Þ for the probe position indicated by the white
arrow in Fig. 2(a). We observe that for wavelengths around
the unperturbed resonance at �r0 , the transmittance in-

creases. Conversely, a dip of decreased transmittance is

found approximately 0.4 nm below �r0 . This observation is

a clear hallmark of a probe-induced shift �r0 ! �rðx; yÞ of
the cavity resonance: as the resonance wavelength shifts
away from the laser wavelength, there is less coupling from
the waveguide to the cavity. Less coupling, in turn, reduces
the overall losses that the light experiences in the
waveguide-cavity system and, thus, increases the trans-
mittance at �r0 . On the other hand, at the new resonance

wavelength �r, the waveguide-cavity coupling has in-
creased, which implies larger losses and a reduced trans-
mittance [6]. In other words, the peak and the dip of �T in
Fig. 2(b) roughly indicate the resonance of the unperturbed
and perturbed cavity, respectively. Thus, a blueshift of the
cavity resonance has been induced by the probe.
Qualitatively similar behavior is found at all probe

positions. For example, Figs. 2(c) and 2(d) show �T for
probe positions along the horizontal and vertical dashed
lines in Fig. 2(a), respectively. A decrease in transmittance
(violet regions), indicating the induced resonance at �r,
can be only seen on the ‘‘blue side’’ of �r0 (dashed lines),

for all probe locations. Since no decrease of transmittance
is discernible at wavelengths above �r0 we can assert that a

redshift is not observed.
The observed blueshift indicates a magnetic interaction

between the light in the cavity and our probe. This can be
understood by considering the probe as a metallic ring
[Fig. 1(d)], whose height is given by the 100-nm-long
evanescent tail of the cavity light field [14]. According to
Faraday’s law, the magnetic-field component Bz induces a
circular current in the ringlike probe apex. As described by
Lenz’s law, this current generates a magnetic field that
opposes and, thus, reduces the driving field. As a conse-
quence, the effective cavity volume shrinks, leading to a
resonance shift towards higher frequencies and shorter
wavelengths. In other words, the observed blueshift of
the cavity resonance can be understood as a direct mani-
festation of Lenz’s law at the nanoscale. As shown below,
this interpretation is corroborated by the magnitude and by
the dependence of the induced resonance shift ��r ¼
�r � �r0 on the probe position.

In order to obtain more quantitative information about
��r and a possible change in the quality factor, we apply
coupled-mode theory to our measured transmittance data
�T. When the waveguide and the cavity are treated as
coupled elements, the waveguide transmittance is given
by [15]

Tðx; y; �Þ ¼ 1� 1=Q2
v � 1=Q2

4ð�r=�� 1Þ2 þ 1=Q2
: (1)

The total inverse quality factor is 1=Q ¼ 1=Qin þ 1=Qv,
where 1=Qin and 1=Qv quantify the cavity losses to the in-
plane waveguide and the losses to free space in the vertical
direction, respectively. Applying these relations to both the
perturbed and the unperturbed cavity yields an expression
for Tðx; y; �Þ=T0ð�Þ which is fitted to the measured nor-
malized transmission spectrum �Tðx; y; �Þ for each probe
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FIG. 2 (color). (a) In-plane map of the normalized waveguide
transmittance �Tðx; y; �r0 Þ at the unperturbed cavity resonance.

Black regions indicate unchanged transmission. The dashed
circles indicate the position of the holes of the underlying
photonic crystal structures. (b) Normalized transmittance spec-
trum �Tðx; y; �Þ at probe position indicated by the white arrow in
(a). The peak ( �T > 1) indicates the resonance of the unperturbed
cavity whereas the dip ( �T < 1) arises from the new cavity
resonance induced by the presence of the probe. A fit (red solid
line) to the spectrum allows us to extract the probe-induced shift
of the resonance. (c),(d) Probe-induced resonance shift for tip
positions along the horizontal and vertical dashed lines in (a),
respectively. A blueshift as indicated by the transmittance dip is
evident for all probe positions.
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position (x, y). The position-dependent fit parameters are
�r,Qin, andQv whereas the values of �r0 ,Qin0, andQv0 are

the same for all positions and wavelengths. The resulting
fits are in excellent agreement with the measured data as
demonstrated by the red line in Fig. 2(b).

The extracted relative shift ��r=�r0 of the cavity reso-

nance is displayed in Fig. 3(a) as a function of probe
position. Note that this map is consistent with the raw
data �Tðx; y; �r0Þ both in terms of the spatial distribution
[Fig. 2(a)] and in terms of the magnitude of the resonance
shift: in agreement with Fig. 2(b), a blueshift of up to
0.46 nm is found at certain probe positions. It is highly
instructive to compare the map of ��r=�r0 of Fig. 3(a) to

Figs. 3(b) and 3(c) which depict the modulus jBz0j of the
out-of-plane magnetic component and the modulus jE0j of
the total electric component of the unperturbed cavity field,
respectively, as calculated by a three-dimensional finite-
difference time-domain (FDTD) approach. Note that the
spatial symmetry of the ��r=�r0 image closely and ex-

clusively resembles that of jBz0ðx; y; �r0Þj. We conclude

that at probe positions with maximum magnetic field, a
blue shift of the cavity resonance occurs. Moreover, since
no features of the symmetry of jE0ðx; y; �r0Þj are discern-

ible, the cavity-probe interaction appears to be dominated
by the magnetic rather than the electric component of the
cavity light field.

Our findings are in sharp contrast to previous works
which all reported a probe-induced redshift of the cavity
resonance at the antinodes of the electric field [5,6,16].
Note that in all these experiments much smaller tips with
linear dimensions below the wavelength and the skin depth
of the light were used. In this case [8], the perturbing tip
can be described by an electric dipole. Far away from
optical resonances of the tip, this dipole oscillates in phase
with the exciting cavity field, which implies an increase of

the optical energy inside the cavity, �U > 0, and thus a
redshift of the cavity resonance. As our tip is larger than the
skin depth of the light and the metal coating has a tubelike
shape, the induction of a pronounced magnetic dipole can
be expected [8].
To put this discussion on a quantitative basis, we use

perturbation theory [17] to calculate the induced relative
resonance shift of the cavity as

��r

�r0

¼ �U

U0

: (2)

Here, U0 ¼ ð2=�0Þ
R
d3xjB0ðxÞj2 is the energy of the un-

perturbed cavity field, and �U ¼ ð�r0=2�icÞ
R
d3xj� �E0

is the change in energy which arises from the current
density j induced in the probe. In the dipole approxima-
tion, �U equals E�

0 � pþ B�
0 �m, where the induced elec-

tric and magnetic dipole moments p¼�eeE0 and m ¼
�mmB0 are connected to the fields through the electric
and magnetic polarizability �ee and �mm, respectively.
Because of the cylindrical symmetry of the probe, there
is no cross coupling between electric and magnetic quan-
tities (in contrast to the probe employed in [14]). Moreover,
the polarizability tensors are diagonal with �ee

xx ¼ �ee
yy and

�mm
xx ¼ �mm

yy ¼ 0. Since jEzj � jExj, jEyj, Eq. (2) turns

into

��r

�r0

� �ee
xx

jE2
0xj þ jE2

0yj
U0

þ �mm
zz

jB2
0zj

U0

: (3)

Equation (3) implies a negative �mm
zz since the observed

maximum blueshift [Fig. 3(a)] occurs at locations where
the magnetic field is maximum [Fig. 3(c)]. In order to
extract values of �mm

zz from our experimental data, we
use the measured ��r=�r0 [Fig. 3(a)] and the calculated

fields of the unperturbed cavity [Figs. 3(b) and 3(c)] as
input for Eq. (3). The value of �mm

zz is inferred at a probe
position where jB0zj is maximum and jE0j vanishes [arrow
in Figs. 3(a)–3(c)]. We obtain a magnetic polarizability
�mm
zz ¼ �12� 10�21 m3=�0. This value agrees well with

a theoretical estimate based on a quasistatic treatment [9],
which yields �mm

zz ¼ �7� 10�21 m3=�0. Note that this
estimate is independent of frequency and does not involve
any resonance.
A similar quasistatic estimate of the electric polarizabil-

ity models the ringlike tip apex as a perfectly conducting
spheroid, a methodology often employed for split-ring
resonators larger than the skin depth of light [18]. As the
wavelengths considered here are far to the red of the
plasmon resonance of the tip, the electric polarizability is
positive and amounts to �ee

xx ¼ 3� 10�21 m3 � "0 [7]. This
value is indeed smaller than the magnitude of the magnetic
polarizability but still large enough to generate a detectable
redshift at the maxima of the electric field. However, such a
redshift is not observed [Fig. 3(a)]. We can understand the
dominance of magnetic coupling between cavity and tip by
taking the finite size of the probe into account. Note that

FIG. 3 (color). (a) In-plane map of the measured relative shift
of the resonance wavelength of the cavity. (b) Calculated modu-
lus jBz0j of the out-of-plane magnetic component of the light
field in the unperturbed cavity at � ¼ �r0 as calculated by an

FDTD approach. (c) Same as (b) for the modulus jE0j of the
total electric field. The arrows in (a), (b), and (c) indicate the
measured resonance shift and calculated field that we use for
estimating the magnetic polarizability of the probe. (d) Calcu-
lated relative shift in resonance wavelength based on Eq. (3), the
FDTD-calculated and convoluted fields, and the calculated po-
larizabilities of the ring (see text). In all images, the dashed
circles indicate the position of the holes of the underlying
photonic crystal structure.
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the whole apex has a size about half the wavelength of the
light inside the cavity. As a consequence, the fields spa-
tially vary over the volume of the probe such that the effect
of both the magnetic and electric interaction will be
smeared out. We expect this convolution to be much
more severe for the electric interaction since the relevant
size is the whole area of the whole apex, whereas for the
magnetic effect it is merely the area of the aperture. To
model this finite-size effect, we convolute the FDTD-
calculated electric and magnetic field with a disc of radius
r2 ¼ 200 nm and r1 ¼ 100 nm, respectively, prior to us-
ing Eq. (3). This procedure yields the shift of the cavity
resonance as a function of probe position as displayed in
Fig. 3(d). This map is in good agreement with the experi-
mental observations in terms of number of antinodes, in
terms of magnitude and in terms of the absence of a
redshift.

As seen above, the resonance shift allows us to infer the
magnetic polarizability of the aperture probe. In order to
apply our scheme to other nano-objects, we have to discuss
the sensitivity of this method. A polarizability is easily
detected if the relative shift ��=�0 of the cavity resonance
is larger than the relative cavity linewidth 1=Q0. The cavity
used in this work exhibits 1=Q0 ¼ 1:5� 10�4, and the
observed relative shift is ��=�0 ¼ 3� 10�4. Therefore,
we can comfortably measure the magnetic polarizability of
our near-field probe with this configuration. The sensitivity
of the system can be increased by choosing a cavity with a
higher quality factor. As cavities with a quality factor Q>
106 have recently become available [19], it should be
possible to detect a relative shift of ��=�0 ¼ 1=Q � 3�
10�7 and, therefore, to measure magnetic polarizabilities 3
orders of magnitude smaller than that of our probe, i.e., as
small as j�mmj ¼ 6� 10�24 m3=�0. For comparison, the
near-resonant magnetic polarizability of a two-level sys-
tem, such as an alkali atom, is typically a few times
10�23 m3=�0 [20] and that of a typical split-ring resonator
has recently been shown to be around 2� 10�20 m3=�0

[21]. Thus, the method demonstrated here shows great
promise to measure the magnetic and electric polariza-
bilities of many types of small objects ranging from single
atoms, all the way up to the nanoscale.

In conclusion, we have shown that magnetic control of
the resonance of a photonic crystal nanocavity can be
achieved by means of a nanoscale metallic ring: when
the ring is above an antinode of the magnetic field of light
inside the cavity, the resonance of the nanocavity shifts to
shorter wavelengths. This is a manifestation of Lenz’s law
at the nanoscale and at optical frequencies. Surprisingly,
we find that the magnetic coupling between the cavity and
the nanoring can increase the quality factor of the system
by up to 50%. This effect will be discussed in a forth-
coming publication. Besides raising fundamental questions
about the magnetic interaction between light and matter
and stimulating further research on the electromagnetic
properties of such a widely used near-field probe, our
results demonstrate that photonic crystal nanocavities can

be used to investigate the magnetic properties of specific
nano-objects at optical frequencies. We believe that the
development of magnetic metamaterials can greatly benefit
from this characterization technique.
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