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ABSTRACT

Colloidal Mn2+-doped CdSe quantum dots showing long excitonic photoluminescence decay times of up to τexc ) 15 µs at temperatures over
100 K are described. These decay times exceed those of undoped CdSe quantum dots by ∼103 and are shown to arise from the creation of
excitons by back energy transfer from excited Mn2+ dopant ions. A kinetic model describing thermal equilibrium between Mn2+ 4T1 and CdSe
excitonic excited states reproduces the experimental observations and reveals that, for some quantum dots, excitons can emit with near unity
probability despite being ∼100 meV above the Mn2+ 4T1 state. The effect of Mn2+ doping on CdSe quantum dot luminescence at high temperatures
is thus completely opposite from that at low temperatures described previously.

For over a decade, researchers have been scrutinizing the
photophysical properties of Mn2+-doped CdSe nanostruc-
tures.1,2 In the physics community, self-assembled Mn2+-
doped CdSe quantum dots (Mn2+:CdSe QDs) have been
prepared by molecular beam epitaxy (MBE) or related
techniques and examined by photoluminescence (PL) and
magneto-PL spectroscopies in order to understand carrier spin
dynamics and carrier-dopant magnetic exchange interactions
in spatially confined systems.1-9 In the chemistry community,
the synthetic challenge of incorporating Mn2+ impurity ions
within colloidal CdSe QDs10 has hindered investigation of
similar photophysical phenomena in freestanding nanocrys-
tals; but this challenge can now be overcome, and magneto-
absorption and magneto-PL experiments have recently
demonstrated “giant” excitonic Zeeman splittings in colloidal
Mn2+-doped CdSe QDs that are comparable in magnitude
to those of their best MBE-grown cousins.11,12 In these
colloidal Mn2+:CdSe QDs, quantum confinement allows
continuous tuning of the first excitonic excited-state from
below all Mn2+ excited states (bulk limit) to above the lowest
Mn2+ excited state (4T1), simply by reducing the spherical
QD diameter.12 Whereas the PL of large Mn2+:CdSe QDs is
dominated by excitonic recombination, the PL of the small
QDs is dominated by sensitized Mn2+ emission. In the latter
size regime, rapid energy transfer to Mn2+ has been reported
to reduce the excitonic PL decay time from nano- or
microseconds down to picoseconds in studies of MBE-grown
Mn2+:CdSe QDs and related materials.2,13

In this Communication, we show that the above description
of nanosecond excitonic PL decay times for large Mn2+:
CdSe QDs and picosecond excitonic PL decay times for
small QDs only applies to the two extremes of the quantum
confinement spectrum, and only at low temperatures. By
using colloidal Mn2+-doped CdSe QDs, it is demonstrated
that in intermediate cases the observed CdSe QD excitonic
PL decay times (τexc) can be dramatically increased at
elevated temperatures by Mn2+ doping, to as long as 15 µs
at temperatures above 100 K. This phenomenon is not due
to perturbation of the CdSe QD electronic structure per se,
but reflects storage of the photoexcitation energy in an
embedded long-lived Mn2+ excited-state reservoir prior to
its thermally activated release via excitonic PL.

Colloidal Mn2+-doped CdSe QDs of different average
diameters (d) were prepared and characterized as described
in detail previously.11,12,14 PL data were also collected as
described previously.15 The lower spectrum of Figure 1 plots
the 5 K PL of d ≈ 2.2 nm, 0.4 ( 0.2% Mn2+:CdSe QDs
collected using continuous wave (CW) excitation. Two PL
features are observed: the band at 2.44 eV is the CdSe
excitonic PL, and the band at 2.12 eV is the Mn2+ 4T1 f
6A1 ligand-field transition.12 The inset shows a collection of
data adapted from ref 12 describing the dependence of these
two PL energies on CdSe QD diameter. Whereas the energy
of the Mn2+ ligand-field transition is independent of nano-
crystal diameter, the excitonic PL energy shifts because of
quantum confinement, and the nature of the lowest energy
emission changes when the two cross at d ≈ 3.3 nm.

Figure 1 also includes the 5 K PL spectrum of the same
sample collected under quasi-gated conditions. This experi-
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ment allows discrimination against quickly decaying PL
intensities following nanosecond pulsed excitation at a 10
Hz repetition rate (Lambda Physik LPD dye laser, Coumarine
120 dye, pumped by an LPX100 Excimer laser) by sup-
pressing signals within the ∼10 ns saturation recovery time
of the detector (Hamamatsu R928). This spectrum thus
reports intensities integrated over all times greater than t ∼
10 ns following the excitation pulse. As seen from compari-
son with the CW spectrum, the 5 K excitonic PL is
effectively eliminated in the gated spectrum, indicating that
the observed excitonic PL decay time is short (τexc e ∼10
ns), but the relative Mn2+ PL intensity is strongly enhanced,
indicating the Mn2+ PL decay time (τMn) greatly exceeds 10
ns.

More precise decay times were obtained by monitoring
the PL decay kinetics following pulsed dye laser excitation,
from which the Mn2+ PL was found to decay with τMn )
273 µs at 5 K (Figure 2a). Decay times for the fast excitonic
emission were measured using a blue (441 nm) picosecond
diode laser for excitation and a fast PMT (Hamamatsu
H7421-50) in combination with time correlated photon
counting for detection. Two excitonic PL decay timescales
were observed: τexc,1 < 1 ns (∼20%) and τexc,2 ) 43 ns
(∼80%; Figure 2b inset). The fast component of the excitonic
PL decay agrees well with the subnanosecond exciton-Mn2+

energy transfer timescales reported for related MBE-grown
Mn2+:CdSe QDs (e.g., 15-1002,13 ps). The slower compo-
nent derives from the subset of QDs containing no Mn2+

ions and is similar in magnitude to the 5 K PL decay times
measured for undoped CdSe QDs of comparable diameter.15

At this low dopant concentration, the average number of
Mn2+ ions per nanocrystal is ∼0.4. Most QDs thus contain
either 0 (67%) or 1 (28%) Mn2+ ion.

For the purposes of comparison, Figure 2c shows the 5 K
excitonic PL decay curve measured for large Mn2+:CdSe
QDs (d ≈ 4.3 nm, 4.5 ( 0.2% Mn2+), where the Mn2+

excited states are outside of the bandgap and consequently
only excitonic PL is observed (cf. Figure 1 inset). This

excitonic PL decay is multiexponential, suggesting a distri-
bution in the rates of nonradiative processes,16,17 but it can
be fitted with two major components: τexc,1 ) 39 ns (∼35%)
and τexc,2 ) 136 ns (∼65%), in reasonable agreement with 5
K PL decay times measured for undoped CdSe QDs of
comparable diameter.15 The comparison of Figure 2b,c shows
that shifting the exciton to above the Mn2+ 4T1 excited state
quenches the 5 K excitonic PL via rapid energy transfer to
Mn2+, whereas shifting the exciton to below the Mn2+ 4T1

excited state leads to excitonic emission with excitonic PL
decay times similar to those of the undoped analogues, even
in cases of relatively high Mn2+ concentrations such as the
sample shown in Figure 2c. Overall, these results thus agree
well with those found for MBE-grown Mn2+:CdSe QDs,2,13

indicating that the colloidal QDs under consideration here
are also representative of those grown by MBE.

Interesting effects are observed as the temperature of the
sample from Figure 1 is raised. Figure 3a,b shows CW and
gated PL spectra obtained at various temperatures between
25 and 185 K. In both experiments, the Mn2+ PL intensity
decreases smoothly with increasing temperature. In the CW
spectra, the excitonic PL intensity decreases and then
increases again with increasing temperature, while shifting
continuously to lower energy. In the gated PL spectra,
excitonic PL intensity is extremely weak at 5 K (Figure 1)
but grows in above ∼75 K and shifts to higher energy with
increasing temperature, starting from much lower energies
than the excitonic band in the CW emission spectrum (Figure
3b). For both measurements, the excitonic PL temperature
dependence is completely different from the well-known
Varshni-like red shift observed in parallel measurements on
undoped CdSe QDs (data not shown). This unusual spectral

Figure 1. 5 K PL spectra of colloidal d ≈ 2.2 nm, 0.4 ( 0.2%
Mn2+-doped CdSe QDs collected under continuous (solid) and gated
(dashed) conditions (Eexcitation ) 2.79 eV for both). Inset: Data from
ref 12 showing dependence of excitonic (triangles) and Mn2+ 4T1

(squares) PL maxima on d.

Figure 2. 5 K (blue) and 200 K (red) PL decay curves plotted on
a linear intensity scale: (a) Mn2+ 4T1f 6A1 PL for d ≈ 2.2 nm, 0.4
( 0.2% Mn2+:CdSe QDs. (b) Excitonic PL for d ≈ 2.2 nm, 0.4 (
0.2% Mn2+:CdSe QDs. Note the ∼104 increase in time scale at
200 K. (c) Excitonic PL for d ≈ 4.3 nm, 4.5 ( 0.2% Mn2+:CdSe
QDs. (Eexcitation ) 2.79 eV)
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temperature dependence is accompanied by an equally
unusual temperature dependence of τexc. Figure 2b shows
that as the temperature is raised from 5 to 200 K, τexc of the
small Mn2+:CdSe QDs increases tremendously, in contrast
with the behavior of undoped CdSe QDs15,18 or of the large
Mn2+:CdSe QDs (Figure 2c). The decays are clearly multi-
exponential but are described well by double-exponential
functions, from which intensity-average τexc values have been
obtained. Figure 3c plots these average τexc values versus
temperature between 5 and 300 K. Whereas τexc < 1 ns at 5
K, the same excitonic intensity decays with τexc ) 14 µs at
185 K. The excitonic PL decay thus lengthens by >104 upon
sample warming. Over the same temperature range, the
average value of τMn, which is also multiexponential,
decreases only moderately from 273 to 149 µs (Figure 3d).
An inverse relationship between τexc and τMn is clearly
observed in the 5-185 K temperature range (Figure 3c,d).
Other nonradiative processes (e.g., thermally activated energy
migration to surface traps) likely contribute to the decreasing
PL intensities and decay times above 200 K. At room
temperature, τexc ) 4 µs and is obviously lengthened by the
presence of the Mn2+ dopants, even though Mn2+ PL is
nearly absent.

We propose that the unusual excitonic PL temperature
dependence (Figure 3a,b) and the extremely long excitonic
PL decay times (Figure 2b and Figure 3c) of these small
Mn2+:CdSe QDs reflect thermal population dynamics involv-
ing the long-lived 4T1 state of the Mn2+ dopants and the QD
excitonic states, separated by an energy gap ∆E (Figure 4a).
To test this hypothesis, the gated excitonic PL spectra of
Figure 3b were modeled using eq 1a, which describes this
scenario. The relevant energy gap is that between the Mn2+

4T1 electronic origin (E00(4T1) in the PL spectrum) and the
emissive excitonic level. From the Poissonian Mn2+ PL band
shape in Figure 1, E00(4T1) ) 2.263 eV in Mn2+:CdSe.

Because of the finite particle size distribution, a distribution
of exciton energies exists within the same ensemble sample.
For these measurements, this distribution is very useful
because it generates a continuous distribution in ∆E that
allows spectral intensity distributions to be related to thermal
free energies. The energy gap distribution function used for
the simulation was taken as the difference between E00(4T1)
and the experimental CW excitonic PL band shape (fexc(E))
at each temperature, yielding ∆E values ranging from 0 to
∼370 meV. The probability of excitonic emission (Pexc) for
any specific ∆E and T is then determined by the thermal
population of that exciton and the intrinsic rate constants
for the exciton and Mn2+ decays (kexc and kMn, respectively).

Iexc(E, T)) fexc(E, T) × Pexc(∆E, T) (1a)

Pexc(∆E, T))
kexcexp(-∆E⁄kT)

kMnexp(-∆E⁄kT)+ kexc(1- exp(-∆E⁄kT))
(1b)

In the limit where the rate constants for energy transfer
between the two excited states are much greater than both
kexc and kMn, Pexc(∆E,T) is given by eq 1b. Note that kexc

and kMn are the intrinsic decay rate constants (i.e., that would
describe the decay kinetics of each state in the absence of
the other), whereas the measured PL decay times shown in
Figure 2 (τexc and τMn) are those of the coupled system in
which these two states coexist. kexc is known from the
literature15,18 to be ∼108 s-1, and kMn was taken from the 5
K Mn2+ PL decay time (Figure 2a), where thermal back
energy transfer does not occur. By using kexc ) 108 s-1, kMn

) 3.7 × 103 s-1, and the temperature dependence of both
fexc(E) and ∆E from the experimental CW PL spectra, eq 1b
thus allows simulation of the variable-temperature gated
excitonic PL spectra from Figure 3 with no adjustable
parameters. For simplicity, both kexc and kMn were assumed
to be temperature independent.

The results of this simulation for temperatures between
100 and 200 K are presented in Figure 4b, where they are
compared with the experimental data in the same energy and
temperature range on an expanded scale. From this com-
parison, it can be seen that this simple model provides an
excellent reproduction of the two major experimental ob-
servations, namely, the increasing excitonic intensity and the
blue-shifting excitonic PL maximum with increasing tem-
perature. A better quantitative reproduction could undoubt-
edly be achieved by accounting for the temperature depen-
dence of kexc and kMn, size-dependent excitonic PL intensities,
level multiplicities, or the intensity dependence of the quasi-
gated detection, but expansion of the model to include such
additional variables would not alter or improve our under-
standing of the main physical effect that is observed. We
therefore conclude that the model described by eq 1 correctly
captures the essence of the experimental observations. Within
this model, analysis of Pexc itself reveals that at each
temperature the probability of excitonic PL ranges from ∼1.0
for QDs with small ∆E to ∼0.0 for QDs with large ∆E within
the experimental size distribution (Figure 4c). As the
temperature increases, Pexc increases for QDs with larger ∆E,
and the PL maximum blue-shifts accordingly. For some QDs,
the probability that an emitted photon detected on the 10 µs

Figure 3. Variable-temperature CW (a) and gated (b) PL data for
colloidal d ≈ 2.2 nm, 0.4 ( 0.2% Mn2+-doped CdSe QDs (25,
100, 142, 185 K). (c) Average excitonic PL decay times, measured
at 2.36 eV. (d) Average Mn2+ PL decay times, measured at 2.12
eV. (Eexcitation ) 2.79 eV)
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time scale comes from the exciton is thus near unity, despite
the fact that the exciton lies >100 meV above the Mn2+ 4T1

state and the exciton-Mn2+ energy transfer occurs on the
subnanosecond time scale. At elevated temperatures, there-
fore, Mn2+ doping does not quench the excitonic PL of small
Mn2+:CdSe QDs, but instead, the Mn2+ PL is itself quenched
by thermally assisted back energy transfer to the excitonic
states. This remarkable situation arises because kexc and kMn

differ by ∼105.
The observation of excitonic PL decay on timescales 103

times longer than the intrinsic excitonic PL lifetime is
indicative of exciton storage. Previously, exciton storage
involving charge separation across interfaces has been
demonstrated.19-21 The present case is fundamentally dif-
ferent from these previous examples because it involves
energy trapping rather than charge trapping. A closer analogy
can be drawn between the thermal back energy transfer
observed here and that occurring between “dark” and “bright”
excitons of undoped colloidal CdSe QDs. In the latter, the
longest exitonic PL decay times are τexc ∼ 1.25 µs at T <
∼2.5 K, with τexc only ∼15 ns at 185 K.15,18 The gradual
lengthening of τexc below ∼100 K could be reproduced using
a thermal equilibrium model similar to eq 1a, with dark-bright
energy gaps of only ∼0.5 - 2.0 meV and dark exciton
lifetimes of only 0.3-1.4 µs, both size dependent.15 Because
the dark-bright energy gaps are relatively small, the action
of the dark state as a reservoir feeding the bright state is not
as clear as in the present Mn2+:CdSe QDs, where the
reservoir is the 4T1 excited state of Mn2+ and the relevant
energy gap can be tuned over a much broader range by
changing the CdSe QD diameter (Figure 1 inset). Addition-
ally, whereas the dark-exciton lifetime is sensitive to
nanocrystal shape anisotropy and size, the radiative lifetime
of Mn2+ in CdSe (∼273 µs, Figure 2b) is determined
primarily by spin-orbit coupling, and secondarily by
Mn2+-Mn2+ exchange interactions (negligible at the present
Mn2+ concentrations), and it is therefore independent of
nanocrystal shape and size. The Mn2+ 4T1 excited state is
substantially “darker” than the “dark” exciton, and it can
therefore extend the excitonic PL decay time much longer

for Mn2+:CdSe QDs than the dark-bright excitonic equi-
librium can for undoped CdSe QDs. Finally, the ∼105-fold
difference between kexc and kMn allows excitonic emission
to occur with near unity probability at elevated temperatures
despite having Mn2+ states within the gap.

In summary, long excitonic PL decay times have been
observed in colloidal Mn2+:CdSe QDs at elevated temper-
atures and have been shown to arise from thermal equilibrium
between the CdSe excitonic states and the very long-lived
4T1 ligand-field excited state of the Mn2+ dopants. This result
provides an exception to the otherwise general rule that
excitonic PL is quenched on the subnanosecond time scale
when dopant excited states fall within the semiconductor
optical gap. It demonstrates that this rule applies only when
the energy gap greatly exceeds kT such that thermal back
energy transfer cannot occur within the lifetime of the dopant
excited state. For cases in which the Mn2+ 4T1 state exists
within the gap but has excitonic states within thermal reach,
doping can have precisely the opposite effect and lengthen
the excitonic PL decay time by several orders of magnitude.
The existence of such long excitonic PL decay times in DMS
nanocrystals at high temperatures could have interesting
ramifications in photonics or spin-photonics technologies.
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